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Summary of Administrative Revisions to Standard Specifications

600 Series
Section Description of Revision
e Formatting in accordance with CSI standards
ALL o All Paragraphs identified by a letter

= Sub-paragraphs identified by a number
e Replace pronouns with appropriate noun references
o Delete number word references and retain numeric number only
¢ Modify grammar structure for clarity
e Edit cross-references
o Delete references to self (Uniform Standard Specifications)
¢ Delete metric units
o Delete references to design and procedural guidelines

o Delete references to codes and standards that do not specifically relate to the
section

604 e Subsection 604.04.01 — Added measurement item for Pipe, and moved
payment language to subsection 05

605 e Subsection 605.04.01 — Added measurement item for End Section
e Subsection 605.05.01 — Added payment item for End Section

610 e Subsection 610.02.04 — Modified Riprap Table — added gradations.
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601
SECTION 601
PIPE CULVERTS — GENERAL
O1DESCRIPTION

601.01.01 GENERAL

A. Thisese specificationssection includes general requirements that are applicable to all
types of culvert pipes irespective-toregardless of the material or culvert use with the
following exceptions:

1. 4—Structural plate pipe,

2.  2—Water distribution systems and sanitary sewer system specifications will specify
the pipe to be used in their respective installations.

B. This work shall consist of furnishing and installing pipe culverts, siphons, end sections,
end walls, ete.and so forth, as may be required to complete the work shown on the plans
or established by the Engineer.

C. The pipe shall comply with AASHTO Design and Construction LRFD Specifications most
current edition and these specifications. The more stringent requirements shall apply.

62MATERIALS

601.02.01 GENERAL

A.  The materials used shalbe-those—prescribed—or—usedfor-the—several-items—whieh
constitute—thefinished—weork—and—shall conform to the requirements in the following

subsections:
Table-1--Listof Pipe Types
. Section/-er

MaterialsFys Subsection
Bituminous Coated Corrugated Metal
Pipe and Pipe Arches 709.03.02
Clay Pipe 708.03.04
Corrugated Aluminum Pipe 709.03.054
Corrugated Metal Pipe and Pipe Arches 709.03.01
Grout and Mortar Sand 706.03.04
Nonreinforced Concrete Pipe 708.03.02
Portland Cement 701
Reinforced Concrete Pipe 708.03.01
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PIPE CULVERTS — GENERAL

. Section/-er

MaterialsFys Subsection

Rubber Gaskets 707.03.0261
Thermoplastic Pipe 709.03.109

When the location of manufacturing plants allows, the plants will be inspected periodically
for compliance with specified manufacturing methods.

1. Material samples will be obtained for laboratory testing for compliance ferwith
materials quality requirements as specified in the referenced specifications.

2. This can be the basis for acceptance of manufacturing lots.

All materials will be subject to inspection for acceptance as to condition at the latest
practicable time the Engineer has the opportunity to check for compliance prior to or
during incorporation of materials in the work.

The lengths shown on the plans are approximate.
For structural plate pipe and arches, attention—is—directed—tocomply with Section 606,
"Structural Plate Pipe;Ripe-Arch; and Pipe Arch Culverts.”

B63CONSTRUCTION

601.03.01 EARTHWORK

A.

Excavation and backfill shall conform to the requirements of Section 206, "Structure
Excavation," and Section 207, "Structure Backfill," or Section 208, "Trench Excavation
and Backfill," when the culvert is placed in a trench.

1.  The pipe shall be bedded as shown in the standard specifications and/or drawings
appended to the plans or as specified in the Special Provisions.

2. When no bedding class is specified, the requirements for normal bedding as shown
in the Uniform Standard Drawings shall apply.

3. The lines and grades will be established by the Engineer or as designated in the
contract previsiensdocuments.

Where pipes are to be installed in new embankments on a steep slope or in a difficult
location, the height of new embankments may be varied as directed by the Engineer
before installing pipes.

When headwalls are not required and granular materials are used for backfilling, the fill at
the ends of the structure shall be sealed against the infiltration of water by bedding the
ends of the structure using €Class |l CLSM or concrete.

601.03.02 HEADWALLS

A.

Where shown on the plans, inlet and outlet headwalls shall be constructed or installed in
connection with culvert pipes.

Where such-headwalls are constructed or installed, the ends of pipes shall be placed flush
or cut off flush with the headwall face, unless otherwise permitted by the Engineer.

Headwalls are—teshall be constructed to conform to the—applicable—requirements—of

Sections 501, "Portland Cement Concrete" and Section 502, "Concrete Structures."
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PIPE CULVERTS — GENERAL 601

601.03.03 END SECTIONS

A.
B.

C.

D.

The bed for the end section shall be excavated to the required width and grade.

For metal end sections with toe plates, a trench shall be excavated for the toe plate in a
manner to permit the toe plate from being against the inner face of the trench when the
end section is in its final position. After end sections have been properly secured to the
pipe, this trench shall be backfilled and firmly compacted.

Precast concrete end section shall be placed with its tongue (or groove) fully entered in
the groove (or tongue) of the pipe.

Thermoplastic pipe greater than 30 _inches” shall not be used at the open-end sections.

601.03.04 JACKED PIPES

A.

Culvert pipe to be jacked in place between the limits shown on the plans shall conform to
the requirements of the respective section of pipe culverts.

The strength of pipe or gauge of pipe will be determined for vertical load only in
embankment conditions. Any additional reinforcement or strength required to withstand
jacking pressure shall be determined and furnished by the Contractor at his-experseno
additional cost to the Contracting Agency.

Variation from theoretical alignment and grade at the time of completion of placing shall

not exceed 0.2 foot {6-1-centimeters)-for each 20 feet {(6-1-meters)-of pipe placed.

The diameter of the excavated hole shall not be more than 0.1 foot (3-centimeters)-greater
than the outside diameter of the pipe.

1.  Sluicing and jetting with water will not be permitted.

2. When the material tends to cave in from outside these limits, a shield shall be used
ahead of the first section of pipe or the face of excavation shall not extend beyond
the end of the pipe greater than 1-1/2 feet {0-46-meters)-unless permitted by the
Engineer.

Areas resulting from caving or excavating outside the above limits shall be backfilled with
sand or grout by a method; whichthat will fill the voids.

601.03.05 LAYING CULVERT PIPE

A.

Laying of culvert pipe shall conform to the requirements of the respective sections of
culvert pipe.

601.03.06 EXTENDING EXISTING CULVERTS

A.

Where shown on the plans or directed by the Engineer, existing culverts shall be extended
in accordance with the provisions for installing new culverts and the following additional
provisions.

Existing headwalls shall be demolished and removed and disposed of or moved to the
extended location as indicated on the plans or ordered by the Engineer. Attentioris
directed-teComply with Section 202, "Removal of Structures and Obstructions."”

A headwall that is not to be reset shall be demolished without injury to the existing culvert
and removed and disposed of in accordance with the provisions of Section 202, "Removal
of Structures and Obstructions." If shown on the plans or ordered by the Engineer, a new
concrete headwall shall be constructed in accordance with the provisions of Section 501,
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PIPE CULVERTS — GENERAL

"Portland Cement Concrete," of these specifications or a flared end section shall be
attached thereto.

601.03.07 VIDEO INSPECTION

A.

Unless otherwise approved by the entityContracting Agency, all video inspection shall be
completed by a National Association of Sewer Service Companies (NASSCO) certified
operator, certified at the user level minimum.

1. The user mustshall have completed the Pipeline Assessment and Certificate
Program (PACP).

2. Video inspection reports must follow the NASSCO format and use standard sewer
defect codes.

B64METHOD OF MEASUREMENT

601.04.01 MEASUREMENT

A.

The materials to be paid for under these specifications will be listed in the contract items
by size, class, type, gauge, or whatever information is necessary for identification.

The quantity of culvert pipe to be measured for payment will be the actual number of
linear feet {meters)-of pipe including the stub on end sections, complete and in place.
When pipes are cut to fit a structure or slope, the quantity to be paid for will be the length
of pipe necessary to be placed before cutting, measured in even 2-foot {61-centimeters)
increments.

Culvert pipe bends, wyes, tees, and other branches will be measured and paid for by the
linear foot {meter-for the sizes of pipes involved. Wyes, tees, eccentric reducers, and
other branches will be measured along centerlines to the point of intersection.

Structure excavation and structure backfill, Portland cement concrete, and reinforcement
required for headwalls, end walls, structures, and other items of work required by the
plans and sSpecial pProvisions to complete the work, will be measured and paid for as
separate items as provided for under their respective sections of these specifications, or
the contract documents. Structure excavation and backfill will not be measured for
payment on preformed end sections.

No separate measurement or payment will be made for constructing jacking pits and
backfilling all pits after the pipe is jacked, or for excavation and backfill between the limits
shown on the plans for jacking the pipe. Full compensation therefore will be considered
as included in the price paid for jacked pipe.

Culvert pipe to be placed outside the limits for jacked pipe shall conform to the
requirements of the respective section of pipe culverts. The limits for payment of structure
excavation and backfill will be the original ground line before jacking pits are excavated.

All measurements will be made in accordance with Subsection 109.01, "Measurement of
Quantities."

O5BASIS OF PAYMENT

601.05.01 PAYMENT

A.

The accepted quantities of culvert pipe measured as specified in Subsection 601.04.01,
"Measurement," will be listed under the respective sections of pipe culverts.
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B.

When any of the various sizes, types, and gauges of pipe is installed by the jacking
method, the contract price paid per linear foot {meter)for jacked pipe shall include full
compensation for furnishing the pipe, excavating, jacking, furnishing and placing backfill
material, and all incidentals and for doing all the work involved in jacking the pipe; as
specified.

Full compensation for furnishing pipe with end finish, including distortion if required, will be
considered as included in the price paid per linear foot {meter)-for the pipe involved and
no additional compensation will be allowed therefore. Full compensation for bedding will
be considered included in the price paid per cubic yard {eubic—meter—for backfill or
granular backfill as the case may be and such payment shall include compensation for all
the materials, labor, tools, and incidentals necessary to complete the work.

Provisions for handling of whatever water may be encountered at the site shall be an
obligation of the Contractor, and payment therefore shall be considered as subsidiary to
the items involved, and no further compensation will be allowed therefore.

All payments will be made in accordance with Subsection 109.02, "Scope of Payment."
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602

SECTION 602

NON-REINFORCED CONCRETE AND CLAY PIPE

O1DESCRIPTION

602.01.01 GENERAL

A.

This work shall consist of furnishing and installing non-reinforced concrete pipe or clay
culvert pipe of the kind, sizes, and dimensions shown on the plans or established by the
Engineer and in accordance with the-reguirements-ef-these specifications.

O02MATERIALS

602.02.01 GENERAL

A.

Materials and their use shall conform to the applicable requirements of Subsection -603.02.01,

"General," ef-Section—603—Reinforced—Concrete—Pipe~—and Subsection— 601.02.01,
"General."-of Section-601"Pipe Culverts - General”

BG3CONSTRUCTION

602.03.01 GENERAL

A.

The construction requirements shall be as prescrlbed in Subsection_-603.03.01 "General
through Subsection 603.03.06, "Junctions," —Rei
with the fellewing-modifications_specified below:

& —External bands of Class "C" mortar as designated in Subsection 501.03.112,
"Mortar," may be placed around the pipe joints as herein specified.

1. Several sections of pipe shall be joined before commencing banding operations, but
the placing of external bands shall never be more than five—{5}-lengths of pipe
behind joining operations.

2. Immediately in advance of placing external band mortar, the external surface of the
pipe sections at the joints shall be thoroughly cleaned and wetted to iensure proper
bonding of the band mortar with the pipe.

3. Care shall be exercised to make a union between the band and the mortar
whichthat was placed under the joint before the pipe sections were abutted.

4, The band shall not be less than three-eighths{3/8 )-inch {0-95-centimeters)-thick at

the pipe joint and shall be approximately feur{4 }-inches {10-—centimeters)}-wide,
overlapping the abutting ends of the pipe sections approximately twe—(2 }inches—+{5

centimeters).

5. The edges of the band shall adhere to the pipe surface to prevent peeling and shall
be finished in a workmanlike manner.
Rubber gaskets may be used to join the pipe.

Rubber gaskets shall conform to the requirements of Subsection 707.03.026%,
"Rubber Gaskets."

b}—When irrigation or sewer pipe is placed beyond the limits of roadway excavation or
embankment, the initial covering of backfill material shall be fine earth or sand approved
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602 NON-REINFORCED CONCRETE AND CLAY PIPE
by the Engineer. Placing the remainder of the trench backfill in layers and compacting to
a relative compaction of airety{90 }-percent will not be required.

D. {e—Openings shall be cut into irrigation or sewer pipe and connections made thereto as
shown on the plans or directed by the Engineer.

1.  Openings shall be cut to proper sizes.

2. Connections shall be cut to fit closely and shall be strongly cemented to the pipe
with banding mortar.

3. In all cases, the area of pipe where the connection is made shall be clean and wet
when the mortar is applied.

B04METHOD OF MEASUREMENT

602.04.01 MEASUREMENT

A. Method of measurement shall conform to the requirements of Subsection 601.04.01,
"Measurement," with the exception that backfill will not be measured for payment when
placed beyond the limits of roadway excavation or embankment.

O5BASIS OF PAYMENT

602.05.01 PAYMENT

A. Payment shall conform to the requirements of Subsection 601.05.01, "Payment," and in

addition-thereto-thefollowing-requirements-shall-applythis subsection.

B. The accepted quantities of non-reinforced concrete or clay pipe will be paid for at the
contract bid price per linear foot {meter-for the types and sizes specified.

C.  All payments will be made in accordance with Subsection 109.02, "Scope of Payment."
D. Payment will be made under:

PAY ITEM PAY UNIT
(Size) Non-reinforced Concrete Pipe (type)—————s Linear Foot-{Meter)
(Size) Clay Pipe (type)——F—+++ Linear Foot-{(Meter)
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603

SECTION 603

REINFORCED CONCRETE PIPE

O1DESCRIPTION

603.01.01 GENERAL

A.

This work shall consist of furnishing circular or elliptical, reinforced concrete pipe, siphons,
and conduits of the size, classes, and dimensions and at locations shown on the plans or
established by the Engineer and in accordance with the—regquirements—of-ASTM C76,
ASTM C655, or ASTM C507, with design basis in accordance with Section 708, “Concrete
and Clay Pipe and Drains,” and where indicated in these specifications.

The installation shall conform to the requirementsoF-AASHTO LRFD Bridge Construction
Specifications and where-indicated-in-these specifications.

02MATERIAL

603.02.01 GENERAL

A.

Materials and their use shall conform to the—applicable—requirements—of
Subsection 601.02.01, of Section-601,-"Pipe-Culverts—General,” and in-addition-thereto;

the fellewing-requirements belowshall-apply.

Prior to the use of these materials, the Contractor shall submit to the Engineer for approval
a document certifying that the material meets these specifications and Section 708,
“Concrete and Clay Pipe and Drains,” from an authorized source approved by the
Interagency Quality Assurance Committee (IQAC).

Flared end sections (precast) shall conform to the details and dimensions shown on the
plans and, except for shape, shall conform to the material requirements of this section for
reinforced concrete pipe.

Rubber gaskets are required for all circular pipes and mastic for elliptical. ;—and-Rubber
gaskets shall conform to theregquirements-ef-Subsection 707.03.06%, "Rubber Gaskets."

If Jjoint mortar is required, it shall be as specified in Subsection 501.03.2112, "Mortar," Class
"C."

1. Sand shall conform to the-reguirements-of-Subsection 706.03.04, "Grout and Mortar
Sand."-ef-these-specifications:

The materials shall be mixed to a consistency suitable for the purpose intended.

All mortar shall be used within 30 minutes after the mixing water has been added.
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4.  Admixtures of hydrated lime, fire clay, diatomaceous earth, or other approved inert
material may be used in the mortar to facilitate workability if the Contractor elects.

5. The amount of admixture to be added shall be the quantity determined by the Engineer.
O3CONSTRUCTION

603.03.01 GENERAL

A. Construction methods shall conform to the—reguirements—ef—Subsections 601.03.01,
"GeneralEarthwork," through Subsection 601.03.06, "Extending Existing
Culvertsdunctions,” of-Section-601,—Pipe-Culverts--Generaland inaddition-thereto-shall
meet the felewing—requirements_below. All pipe installations shall conform to the
workmanship and inspection requirements of the AASHTO LRFD Bridge Construction
Specifications and this specification as applicable.

B. No pipe shall be laid whichthat is excessively cracked (in _accordance with
persSubsection 603.03.07, "Inspection™), checked, spalled, or damaged, and all such
sections of pipe shall be permanently removed from the work. Pipes; whichthat show
defects due to handling; shall be rejected at the site of the installation regardless of prior
acceptance.

603.03.02 EARTHWORK

A.  Where pipes are to be installed in new embankment (projection), the embankment shall
first be constructed to the required elevation as set forth below. The height of embankment
to be constructed in advance of installing the pipe may be varied when permitted by the
Engineer.

B. In the case of pipes 24 inches (600—millimeters)—or less in diameter, the roadway
embankment shall be constructed to an elevation of 6 inches {150-millimeters)}-above the
grade proposed for the top of the pipe, after which the trench shall be excavated and the
pipe installed.

C. In the case of pipes more than 24 inches {600-—millimeters}—in diameter, the roadway
embankment shall be constructed to an elevation of 30 inches (#50-millimeters}-above the
grade proposed for the bottom of the pipe, after which the trench shall be excavated and
the pipe installed.

D. When pipe having bells or hubs is used, cross trenches shall be excavated for them to
prevent non-uniform loading of the joints.
603.03.03 LAYING CULVERT PIPE

A.  Construction installation shall comply with the AASHTO LRFD Bridge Construction
Specifications;; Section 208, “Trench Excavation and Backfill;”; and this subsection.

1. The installation shall be conducted by a certified supervisor/foreman at the crew
level who is responsible for the work.

2. The certified person is the designated installation inspector for the eContractor and

shall generate a daily report attesting to the workmanship for the-pipe-zene-locations
as-deseribed-in—Fable-2each of the installation components described below.

3. This does not relieve the eContractor of responsibility for other Quality Control
aspects of this and other specifications.

B. Installation Components:
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REINFORCED CONCRETE PIPE 603
1. (a)yBedding.
2. {b}Pipe Condition.
3.  {e)}Pipe Installation.
4.  {hHaunch Compaction.

5.  {e)yComplete Pipe Zone Compaction.

The bottom of the trench shall be graded and prepared to provide a firm and uniform
bearing throughout the entire length of the pipe. Blocking shall not be used to bring the
pipe to grade.

Pipe sections shall be checked for alignment and grade at the time of joining the sections.

1. Pipe laying shall begin at the downstream end of the pipeline except for extensions
of existing pipes.

2. Place the bottom of the pipe in contact with the shaped bedding throughout its full
length.

3. The first section of pipe to be laid shall be firmly placed to the designated line and
grade at the outlet end with the groove end or bell end pointing in the direction to be
followed by the pipe laying.

4, Maintain the manufacturer's recommended minimum and maximum cover at all
times unless otherwise shown in the contract.
5. Pipe will be inspected before any backfill is placed.

Ensure that no rocks greater than #5-mm-{3 inches-} or other rigid or jagged material
is present in the bedding material where pipe may be laid directly on the material.

7.  Take up and relay or replace pipe that is out of alignment, unduly settled, or damaged.

The interior of the pipe shall be kept free of dirt, and other foreign material as the pipe
laying progresses, and left clean at the completion of the work. Any pipe, which is not in
true alignment or which shows any undue settlement after laying, or is damaged, shall be
taken up and re-laid at the Contractor's expenses.

Backfill: Prior to placing backfill material, all handlifting holes in concrete culverts shall
be completely filled with grout.

603.03.04 RUBBER GASKETED JOINTS

A.
B.
C.

Circular reinforced concrete culvert pipe; shall use rubber or neoprene gasketed joints.
Rubber gaskets shall not be exposed to the direct rays of the sun for more than 72 hours.

The eContractor shall make every effort to provide a concrete-to-concrete connection and
pull the pipe completely home.

1. Should gapping occur due to changes or corrections in horizontal or vertical
alignment or radius turns, the gaps shall not exceed the gap tolerance indicated in
Table 1.

2. If pipes are laid that exceed these tolerances, the inner annular space between the
pipe sections shall be completely filled with cement mortar (where pipe diameters
allow for entry).
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3. If pipes are laid that exceed the tolerances in Column 2, the pipe will need to be
removed and re-laid or an acceptable concrete collar will need to be installed.

Table 1 - Maximum Joint Gap Tolerances®

Inner Diameter of Pipe | Maximum Joint Gap Tolerance

Column 1 Column 2

Maximum Joint Gap
Tolerance (with Grouting)

12"-inch to 36"-inch 5/8" inch 3/4" inch

42"-inch to 48"-inch 7/8"inch 1-1/8 inch

54"-inch to 90°-inch 1.0"inch 1-1/4" inch
96"-inch 1- 5/8“inch 1-3/4" inch

Sizes-aAbove 96“-inch up to

As recommended by Manufacturer |As recommended by Manufacturer

144"-inch

D.

E.

Where reinforced concrete collars or bells with rubber gaskets are used at the pipe joints,
mortar will not be required in the outer annular space.

Where pipes are used with exposed metal surfaces at the joint, both the inner and outer
annular joint spaces between pipe sections must be completely filled with cement mortar,
except that pipes less than 24 inches {61-centimeters)-in diameter may be pointed inside
by brushing smooth and removing all surplus mortar.

The rubber gasket shall be the sole element depended upon to make the joint watertight
for the purposes intended.

603.03.05 SIPHONS AND PRESSURE PIPE

A.

Reinforced concrete pipe used for siphons or pressure pipe shall be laid in accordance
with the above provisions, be connected by flexible, watertight rubber gasket joint and,
prior to backfilling, be subject to the following hydrostatic test:

1. The pipeline shall be filled with water at a hydrostatic head of that required to
maintain the designed pressure.

2. The pressure head shall be maintained for a period of not less than 24 hours and
any visible leak or other defects; whichthat develop under test; shall be corrected by
the Contractor at his-expenseno additional cost to the Contracting Agency.

Sweating that does not develop into a flow or drip will not be considered as leakage.

The test shall be repeated until all leaks or other defects are eliminated

603.03.06 JUNCTIONS

A.

All junctions of laterals with a main line or junctions of 2 or more main lines, which are not
made in a manhole or concrete junction structure, shall be in a manufactured wye or tee.

The wye or tee shall be of the same material as the conduits to which they are joined, and
shall have the same or greater stiffness as the pipe.

L_In no case shall maximum joint gap tolerance exceed ¥: of the length where the gasket seats within the
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603.03.07 INSPECTION
A.  All pipe joints and lengths shall be 100 percent inspected.

1.

Inspection and Ftesting shall be performed by the eContractor during and after
installation to ensure proper performance.

Installation, placement, and compaction of bedding and backfill materials;as-wel-as

theirplacement-and-compaction; shall adhere-to-therequirements-efcomply with this

section.

During the initial phases of the installation process, inspection shall concentrate on
detecting improper practice and poor workmanship.

Errors in line and grade, as-wellas-any-improper assembly, and erimproper backfill
techniques; shall be corrected prior to placing significant backfill or trench fill.

Bell/spigot joints shall be properly assembled to prevent the infiltration of soil fines.

Gaskets shall be properly seated to prevent groundwater infiltration and sheuldshall
appear uniformly oriented around the pipe.

Shallow cover installations shall be checked to ensure the minimum cover level is
provided.

B. After the pipe has been bedded and backfilled to subgrade level, internal quality
inspection shall be paid for and performed by the Contractor a minimum of 30 days after
final backfill has been placed and prior to final acceptance by the Contracting Agency.

1.

The line shall be cleaned and inspected for cracks and joint gaps using visual
physical measurement or other devices, including but not limited to calibrated
television or video cameras, subject to approval by the Engineer.

Cracks in pipes (both longitudinal and circumferential) that are less than 0.10 inch in
width are generally considered non-structural flaws and need not be repaired.

Cracks that are equal to or exceed 0.10 inch in width shall require an evaluation by
a Nevada licensed professional engineer.

The Contractor’'s engineer shall provide a recommendation regarding removal or
repair subject to approval by the Contracting Agency.

Pipe joints and lengths that do not meet the specification shall be repaired or pipe
replaced at the-contractors-expenseno additional cost to the Contracting Agency.

C. Allinspection results shall be submitted and approved by the Engineer before final payment.

1.
2.

Any replacement pipe shall also be subject to the same testing.
All inspection and testing results shall be submitted to the Engineer for approval.

D. The Ageney-Engineer shall be allowed access to randomly inspect at least 10 percent of
the total number of pipe runs.

64METHOD OF MEASUREMENT

603.04.01 MEASUREMENT

A. Method of measurement shall conform to the—regquirements—of-Subsection 601.04.01,
"Measurement" and in-addition-thereto-the fellewing-requirements shall-apphybelow.
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The quantity of precast end sections, culvert pipe, or oval pipe measured for payment will
be the number of units of each size of each class complete and in place. Pre-cast pipe
and cast-in-place sections that are an integral part of the manhole will not be included in
the linear foot measurement for reinforced concrete pipe.

The measurement for the quantity of radius RCP will be measured as standard RCP of
the equivalent size.

All measurements will be made in accordance with Subsection 109.01, "Measurement of
Quantities."

O5BASIS OF PAYMENT

603.05.01 PAYMENT

A.

Payment shall conform to the-requirements—of-Subsection 601.05.01, "Payments,” and
addition-thereto-the felloewing-requirements_below-shall-apply.

The accepted quantities of reinforced concrete pipe measured as specified in
Subsection 603.04.01, "Measurement,” will be paid for at the contract unit price bid per
linear foot {meter)-for reinforced concrete pipe of the class and size specified, which shall
be full compensation for removal of existing pavement (only if pavement removal is not
included with roadway excavation) trench excavation, furnishing and placing bedding and
backfill material, Type Il aggregate base, compaction, furnishing and placing pipe and
jointing mortar, covering open ends of laterals with plywood, cut and join connections, de-
watering of trench, shoring, disposal of excess excavated material, protection and
restoration, potholing to determine location of existing utilities, temporary pavement, video
inspection cost, related items of work not otherwise provided for, and for all labor, tools,
and equipment necessary to complete the work as shown on the plans, as specified
herein, and as directed by the Engineer.

End sections will be paid for at the contract unit price bid per each for the kind and sizes
specified complete and in place, which payment shall include structure excavation and
backfill for precast end sections.

All payments will be made in accordance with Subsection 109.02, "Scope of Payment."

Payment will be made under:

PAY ITEM PAY UNIT
(Size) Reinforced Concrete Pipe (class)—————————————=r... Linear Foot-(Meter)
(Size) Oval Reinforced Concrete Pipe (class)——————————————————————.... Linear Foot-(Meter)
(Size) Reinforced Concrete Siphon Pipe (class)————————————————————.... Linear Foot-(Meter)
(Size) Reinforced Concrete Pipe (class) Jacked——————————————————..... Linear Foot{Meter}
(Size) Precast End Section—————————— e e ..Each
(Size) Precast Oval End Section——————————++++++r++ Each
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SECTION 604

CORRUGATED METAL PIPE AND METAL ARCH PIPE

DESCRIPTION

604.01.01 GENERAL

A.

This work shall consist of furnishing and installing corrugated metal pipe, corrugated metal
arch pipes and corrugated metal slotted pipe and the relaying of salvaged corrugated
metal pipe and pipe arches at locations shown on the plans, or established by the
Engineer, and in accordance with the design requirements of Section 709, “Metal and
Thermoplastic PipeZ,” and where indicated in these specifications.

The installation shall conform to the requirements 6 AASHTO LRFD Bridge Construction
Specifications and where-indicated-in-these specifications.

MATERIALS

604.02.01 GENERAL

A.

Materials and their use shall conform to the—applicable—reguirements—of
Subsection 601.02.01, ef Section-601-"Pipe-Culverts—General," Section 709, “Metal and

Thermoplastlc Plpe ” and mﬂaeletmen%herete—the fettewngurequwements belowshall-applhy-

Prior to the use of these materlals the Contractor shall submit to ‘the Engineer for
approval a document certifying that the material meets these specifications and
Section 709, “Metal and Thermoplastic Pipe,” from an authorized source approved by the
Interagency Quality Assurance Committee (IQAC).
Corrugated metal pipe shall be furnished in the sizes, gauges, and corrugation patterns as
shown on the project plans.
Flared end sections (metal headwalls) shall conform to the details and dimensions shown
on the plans and except for shape, shall conform to the requirements of this section for
corrugated metal pipe culverts.

CONSTRUCTION

604.03.01 GENERAL

A.

Construction methods shall conform to the—reguirements—of-Subsections 601.03.01,
"GeneralEarthwork," through Subsection 601.03.06, "Extending Existing Culverts—
General," and in-addition-thereto-shallmeetthe fellowing-requirements_below.

1.  All pipe installation shall conform to the workmanship and inspection requirements
of AASHTO LRFD Bridge Construction Specifications AASHTO M36, AASHTO M196,
and this specification as applicable.

2. The more stringent requirements shall apply.
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Prior to the use of these materials, the Contractor shall submit to the Engineer for
approval a document certifying that the material meets these specifications and
Section 709, “Metal and Thermoplastic PipeZ,” from an authorized source approved by the
Interagency Quality Assurance Committee (IQAC).

1. If the manufacturer is not authorized, the eContractor mustshall provide a Quality
Control Program with test and inspection data to the Engineer for approval.

2. Subsequent submittals and reports are-te-shall be reviewed by the Contractor for
compliance, then transmitted to the Engineer for approval.

3. It is then the responsibility of the Contractor to visit the manufacturer in—erderto
asensure that the non-authorized source is conforming to the QC program
requirement.

Culverts shall be handled ir—such—a—manner-so_as to prevent bruising, scaling, erand
breaking of the spelter coating. Pipes; whichthat show defects due to handling; shall be
rejected at the site of the installation regardless of prior acceptance.

604.03.02 EARTHWORK

A.

Where pipes are to be installed in new embankment (projection), the embankment shall
first be constructed to the required elevation as set forth below. The height of
embankment to be constructed in advance of installing the pipe may be varied when
permitted by the Engineer.

In the case of pipes twenty-four{24 }-inches {(600-millimeters)-or less in diameter, the

roadway embankment —shall be constructed to an elevation of six—{63}-inches {150
millimeters)y-above the grade proposed for the top of the pipe, after which the trench shall
be excavated and the pipe installed.

In the case of pipes more than twenty-four{24 }-inches {(600-millimeters)-in diameter, the
roadway embankment shall be constructed to an elevation of thirty(30)-inches {7560

milmetersy-above the grade proposed for the bottom of the pipe, after which the trench
shall be excavated and the pipe installed.

When pipe having bells or hubs is used, cross trenches shall be excavated for them_pipe
to prevent non-uniform loading of the joints.

604.03.03 LAYING CULVERT PIPE

A.

Construetion—installation shall comply with the AASHTO LFRD Bridge Construction
Specifications; Section 208, “Trench Excavation and Backfill”; and this subsection.

1. The installation shall be conducted by a certified supervisor/foreman at the crew
level who is responsible for the work.

2. The certified person is the designated installation inspector for the eContractor and

shall generate a daily report attesting to the workmanship for the-pipezonelocations
as-desecribed-inTable-Zeach of the installation components described below.

3. This does not relieve the eContractor of responsibility for other Quality Control
aspects of this and other specifications.

Installation Components:
1. (2)Bedding
2.  {b)yPipe Condition
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3.  {e)Pipe Installation
4, {eHaunch Compaction
5.  {&)Complete pipe zone compaction

C. The bottom of the trench shall be graded and prepared to provide a firm and uniform
bearing throughout the entire length of the pipe. Blocking shall not be used to bring the
pipe to grade.

D. Pipe sections shall be checked for alignment and grade at the time of joining the sections.

1.

FheyPipe sections shall be fitted and matched so that when laid in the work, they
sections wil-form a smooth and uniform invert.

Pipe laying shall begin at the downstream end of the pipeline except for extensions
of existing pipes.

Place the bottom of the pipe in contact with the shaped bedding throughout its full
length.

The first section of pipe to be laid shall be firmly placed to the designated line and
grade at the outlet end.

Corrugated metal pipe with riveted seams shall be se-laid so that flow is over the lap
of the sheets.

Field joints shall be made by butting the ends of pipe together and the sections
joined with a band bolted firmly in place.

Coupling band details for corrugated metal pipe arches shall be as shown on the
Standard-Plansproject drawings or approved working drawings.

Maintain the manufacturer's recommended minimum and maximum cover at all
times unless otherwise shown in the contract.

E.  The interior of the pipe shall be kept free of dirt, and other foreign material as the pipe
laying progresses, and left clean at the completion of the work. Any pipe; whichthat is not
in true alignment, or whichthat shows any undue settlement after laying, or that is

damaged; shall be taken up and re-laid at the-Coentractors-expensesno additional cost to
the Contracting Agency.

F. Pipe willshall be inspected before any backfill is placed.

1.

Ensure that no rocks greater than seventy-five (75 -mm-{3- inches in diameter-} or
other rigid or jagged material is present in the bedding material where pipe may be
laid directly upon the material-i.

Ensure that no “floating” occurs during installation of plastic pipe culverts.

Take up and relay or replace pipe that is out of alignment, unduly settled, or
damaged.

604.03.04 SLOTTED PIPE

A.  This specificationsubsection covers Sslotted Bdrain pipe used for the removal of surface
water as shown on the plans.

1.

The corrugated steel pipe_(CSP) used to manufacture the Sslotted Bdrain shall
comply with meetthereguirements-of-Section 709, “Metal and Thermoplastic Pipe-.”

The diameter, gauge, and metallic coating shall be as shown on the plans.
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B. The corrugated steel pipe shall have a minimum of twe-2 re-rolled annular ends.

1. The connecting bands shall be modified Hugger-type bands to secure the pipe and
prevent infiltration of the backfill.

2. When the Sslotted Bdrain is banded together, the adjacent grates shall have a
maximum three{3-}inch gap.

C. The grates shall be manufactured from ASTM A1011, Grade -26 steel and fabricated in
accordance withasper Caltrans Standard Plan-D98B".

1. The spacers and bearing bars (sides) shall be 3/16--inches material plus or minus
0.008 -inches.

2. The spacers shall be on six{6-}-inches centers and welded on both sides to each
bearing bar (sides) with four {4)-1--1/4-inch long 3/16-inch” fillet welds on each side
of the bearing bar.

3. The minimum results for an in-place spacer pulled perpendicular to the bearing bar
shall be:

a. T_=12,000 pounds for 2--1/2-inch” grate.
b. T =15,000 pounds for six{6-}inches grate.

D. The grates shall be vertical (straight sides) or trapezoidal with a 1--3/4-inch” opening in
the top and 30°-degree slanted spacers; as shown on the plans. The grate shall be 2--
1/2_inches” or six{6_}inches high as shown on the plans.

E. If variable height grate is shown on the plans, the grate shall be vertical (straight sides)
with a 1-3/4-inch” opening in the top and spacers wilishall be placed on six—<{6-}-inch
centers.

1. The top and bottom grates shall be 2-1/2_inches” or six{6 _}-inches high, as needed.
2. ;andpPlate extenders shall be attached to achieve the slope shown on the plans.

F. The grate (and plate extenders for variable height grate) shall be galvanized in
accordance with ASTM A123, except with a twe—{2-}-ouncez. galvanized coating. The
grate shall be fillet welded with a minimum weld ene-{1 }-enreinch long to the CSP on each
side of the grate at every other corrugation.

G. Finished Sslotted Bdrain, in twenty—{20-)-fooeet nominal lengths, wilishall satisfy the
following tolerances:

1. Vertical bow: #3/8 inch.
2. “-hHorizontal bow:_ +-5/8 inch.
3. “ATwist, +2£"1/2 inch.

604.03.05 RUBBER GASKETED JOINTS

A.  Rubber gaskets of the type requiring lubrication shall be-lubricated-withuse the lubricant
supplied by the manufacturer of the pipe.

1. Manufactured self--lubricating gaskets are also acceptable.

! Standard plans are on the Caltrans Wwebsite, www.dot.ca.gov
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B.

2. Rubber gaskets shall not be exposed to the direct rays of the sun for more than

seventy-twe{72 }-hours.

The eContractor shall make every effort to provide a tight connection and pull the pipe
completely home.

1. Should gapping occur due to changes or corrections in horizontal or vertical
alignment or radius turns, the gaps shall not exceed the gap tolerance indicated in
Table -1.

2. If pipes are laid that exceed the maximum_gap tolerance, the pipe will-need-teshall
be removed and re-laid.

Table 1 - Maximum Joint Gap

Inner Diameter of Pipe | Maximum Joint Gap Tolerance
10Zinches to 12" inches 3/4" inch
15" inches to 30" inches 1-1/4*inch
362 inches to 54” inches 1-1/2% inch
60" inches 1-3/4” inch

604.03.06 SIPHONS AND PRESSURE PIPE

A.

Pipe used for siphons or pressure pipe shall be laid in accordance with the above
provisions, be connected by flexible, watertight rubber gasketed-gasket joint; and, prior to
backfilling, be subject to the following hydrostatic test:

1. The pipeline shall be filled with water at athe hydrostatic head ef-that-required to
maintain the designed pressure.

2. The pressure head shall be maintained for a period of not less than twenty-feur{24 )
hours and any visible leak or other defects; whichthat develop under test; shall be
corrected by the Contractor at his—expenseno additional cost to the Contracting

Agency.
Sweating that does not develop into a flow or drip will not be considered as leakage.

The test shall be repeated until all leaks or other defects are eliminated.

604.03.07 JUNCTIONS

A.

All junctions of laterals with a main line or junctions of ta&e-2 or more main lines, whichthat
are not made in a manhole or concrete junction structure, shall be in a manufactured wye
or tee.

The wye or tee shall be of the same material as the conduits to which they are joined, and
shall have the same or greater stiffness as the pipe.

604.03.08 INSPECTION AND DEFLECTION TESTING

A.

All pipe joints and lengths shall be ene-hundred-{100_}-percent inspected.

1. “Inspection and Ftesting” shall be performed by the eContractor during and after
installation to ensure proper performance.

2. Installation, placement, and compaction of bedding and backfill materials;as-wel-as

theirplacement-and-compaction; shall adhere-to-therequirements-ofcomply with this

specification.
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3. During the initial phases of the installation process, inspection shall concentrate on
detecting improper practice and poor workmanship such as sags in grade,
deflection, joint gap, gaskets, dents, coating integrity, and condition of the lockseam.

4, Errors in line and grade, as well as any improper assembly or backfill techniques,
shall be corrected prior to placing significant backfill or trench fill.

5. Coupling bands shall be properly indexed with the corrugation and tightened to
prevent the infiltration of soil fines.

6. Gaskets shall be properly seated to prevent groundwater infiltration and sheuldshall
appear uniformly oriented around the pipe.

7. Shallow cover installations shall be checked to ensure the minimum cover level is
provided.

After the pipe has been bedded and backfilled to subgrade level, internal quality
inspection shall be paid for and performed by the Contractor a minimum of thirty(30 )}
days after final backfill has been placed.

1.  The line shall be cleaned and inspected for damage, joint gaps, and deflection using
visual physical measurement or other devices, including but not limited to calibrated
television or video cameras, subject to approval by the Engineer.

2. Damaged pipe will-need-toshall be repaired or replaced.
The replacement pipe shall also be subject to the same testing.

4, Joints that do not meet the specification shall be repaired or pipe replaced at the
contractor's-expenseno additional cost to the Contracting Agency.

5. All inspection results shall be submitted and approved by the Engineer before final
payment.

The video camera shall physically verify quality of the pipe installation and isshall not be
limited by poor lighting, water_flow, pipe length, or other limiting conditions of the installed
environment.

For pipe greater than thirty—six—{36-)-inches {(900—mm)—inside diameter, deflection
determination by physical measurement may be performed using feur4 cross section

measurements taken beginning at the vertical and for each 90-degree® interval with a
longitudinal frequency of once every ten{10 )-feet of the pipe.

The minimum diameter at any point shall be five(5}-percent less than the nominal
diameter (minus fabrication tolerance perin accordance with AASHTO_-M36, Section 8.0)
for the type of pipe installed.

For locations where pipe deflection exceeds five{5 }-percent of the inside diameter and/or
failure of other quality pipe criteria, an evaluation shall be conducted by the Contractor
and a recommendation by their_Contractor's Nevada registered Pprofessional Eengineer
submitted to the Ageney-Engineer for review and approval, addressing censidering-the
severity of the deflection, structural integrity, environmental conditions, and the design
service life of the pipe. For locations where pipe deflection exceeds seven—and-a-half
£7.5 }-percent of the inside diameter, remediation or replacement of the pipe is required.

Unless otherwise permitted, pipe that does not meet the specified pipe tolerance cation
shall be uncovered and, if not damaged, corrected as—perin accordance with the Ageney

AEngineer approved recommendation from the Contractor at the-centracter's—expenseno
additional cost to the Contracting Agency.
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1. Do not reinstall damaged pipe, but remove and replace with new pipe.
2. The replacement pipe shall also be subject to the same testing.

H.  All inspection and testing results shall be submitted to the Engineer for approval. The
Ageney-Engineer shall be allowed access to randomly inspect at least ter{10 }-percent of
the total number of pipe runs.

METHOD OF MEASUREMENT

604.04.01 MEASUREMENT

A. Method of measurement shall conform to theregquirements—of-Subsection 601.04.01,
"Measurement,” and in-addition-thereto-the fellowing-requirements belowshall-apphy.

B. The quantity of corrugated metal pipe measured for payment will by the number of linear
feet of each size and class complete and in place.

B-C. The quantity of corrugated metal aend sections for culvert pipe or pipe arch measured for
payment will be the number of units of each size of each class complete and in place.

G-D. All measurements will be made in accordance with Subsection 109.01, "Measurement of
Quantities."

BASIS OF PAYMENT

604.05.01 PAYMENT

A. Payment shall conform to the—regquirements—ef-Subsection 601.05.01, "Payment," and in
addition-thereto;-the fellewing-requirements belowshall-apply.

B. The accepted quantities of corrugated metal pipe, measured as specified in
Subsection 604.04.01, "Measurement," will be paid for at the contract unit price bid per_
linear foot {meters)-for the types and sizes specified. _The contract unit price paid for
metal pipe shall be full compensation for excavating trench, disposal of excess material,
hauling, placing and compacting backfill, dewatering, compaction, shoring, furnishing and
placing pipe, pipe fittings, protection and restoration, if damaged, of all existing facilities
and improvements required to remain _in place, related items of work not otherwise
provided for, and for all labor, tools, and equipment necessary to complete the work as
shown on the drawings, as specified herein, and as directed by the Engineer..

C. End sections will be paid for at the contract unit price bid per each for the kind and size
specified, which payment shall include structure excavation and backfill for fabricated end
sections.

D. When culvert pipe is designated to be relayed, hauling of the pipe, from the site of
removal or from the place where stored to the point or points at which they are to be
reinstalled, shall be considered subsidiary to the pipe item and no further compensation
will be allowed.

E. All payments will be made in accordance with Subsection 109.02, "Scope of Payment."
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Payment will be made under:

PAY ITEM PAY UNIT
(Size) Corrugated Metal Pipe (fYPE) ..vvvieeeii ettt Linear Foot-(Meter)
(Size) Corrugated Metal Pipe (type) Jacked...........cccoovcviiiiiiieeeiiiiiiiieeee e Linear Foot-(Meter)
(Size) Relay CUIVErt PIiPE (LYPE) .uvrrrrrieeeeeiiiieiieieeeee e e sestteeee e e e e e ssnrntaeee e e e e s s snnsnneees Linear Foot-(Meter)
(Size) Corrugated Metal Arch Pipe (LYPE)....cuurreriereeiiiiiiieiieee e s sereveeee e e e e Linear Foot-(Meter)
(Size) Corrugated Metal Siphon Pipe ({YPe) ... uvueerreeiiiiieiiiiieee e e e Linear Foot-(Meter)
(Size) Corrugated Metal Slotted Pipe (TyPe)......ocvveeeiiiiiiieiiiie e Linear Foot-(Meter)
(Size) Corrugated Metal ENd SECHON (LYPE)....covvriieiiiiiee ittt Each
(Size) Corrugated Metal Arch End Section (1YPe) ....ccooueriiieiieeaiieieeee et Each
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SECTION 605
THERMOPLASTIC PIPE CULVERTS
DESCRIPTION

605.01.01 GENERAL

A. This work shall consist of furnishing and installing thermoplastic pipe culverts, storm
drains, and conduits of the size;_and dimensions and at locations shown on the plans or

established by the Engineer-and-in-aceordance-with-therequirements-of-,

B. theilnstallation shall conform to the—regquirements—of—Section 709, “Metal and
Thermoplastic Pipe,” and where—indicated—in—these specifications andincluding
exceptions/additions in-these-specificationsbelow. The more stringent requirements shall

apply.

MATERIALS

605.02.02 GENERAL

A. Materials and their use shall conform to the—applicable—reguirements—of
Subsection 601.02.01, -of Section-601,-"Pipe-Culverts—General," and in-addition-thereto;

the fellewing-requirements shat-apphybelow.
B. Prior to the use of these materials, the Contractor shall submit to the Engineer for
approval a document certifying that the material meets these specifications and

Section 709, “Metal and Thermoplastic Pipe,” from an authorized source approved by the
Interagency Quality Assurance Committee (IQAC).

605.02.03 MARKINGS

A. Markings on pipe shall be perin accordance with the—approprate—specification—of
Section 709, “Metal and Thermoplastic Pipe.”

CONSTRUCTION

605.03.01 GENERAL

A. Construction methods shall conform to the—reguirements—ef-Subsections 601.03.01,
"Earthwork," through_Subsection 601.03.06, "Extending Existing Culverts," ef-Section-661;
“Pipe-Culverts—Generak—and inaddition-shall conform to the workmanship and inspection
requirements of AASHTO LRFD Bridge Construction Specifications, AASHTO M278,
AASHTO M294, er-AASHTO M304, and this sectionspecification-as-apphicable. The more
stringent requirements shall apply.
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B.

C.

THERMOPLASTIC PIPE CULVERTS

The pipe shall be excavated and backfilled perin accordance with sSection 208, “Trench
Excavation and Backfill."-

Non-UV protected pipe shall be protected from direct sunlight until the day of installation.

605.03.02 EARTHWORK

A.

Where pipes are to be installed in new embankment (projection), the embankment shall
first be constructed to the required elevation as set forth below. The height of
embankment to be constructed in—advance—ofbefore installing the pipe may be varied
when permitted by the Engineer.

In the case of pipes twenty-four—(24) inches (600-—millimeters)-or less in diameter, the

roadway embankment —shall be constructed to an elevation of six—{6}inches {150
millimeters)y-above the grade proposed for the top of the pipe, after which the trench shall
be excavated and the pipe installed.

In the case of pipes more than twenty-four{24) inches (600-millimeters)-in diameter, the
roadway embankment shall be constructed to an elevation of thirty—{(30) inches {750

millimetersy-above the grade proposed for the bottom of the pipe, after which the trench
shall be excavated and the pipe installed.

When pipe having bells or hubs is used, cross trenches shall be excavated for them_pipe
to prevent non-uniform loading of the joints.

605.03.03 LAYING CULVERT PIPE

A.

Construetion—ilnstallation shall comply with the AASHTO LRFD Bridge Construction
Specifications, Section 30; and-Section 208, “Trench Excavation and Backfill”; and this
subsection.

1. The installation shall be conducted by a certified supervisor/foreman at the crew
level who is responsible for the work.

2. The certified person is the designated installation inspector for the eContractor and

shall generate a daily report attesting to the workmanship for the-pipezonrelocations
as-desecribed-inTable-2each of the installation components described below.

3. This does not relieve the eContractor of responsibility for other Quality Control aspects
of this and other specifications.

Installation Components:

1.  a)Bedding

2. b)-Pipe Condition

3. e)r-Pipe Installation

4.  d)y»-Haunch Compaction

5. e)-Complete pipe zone compaction

Pipe section shall be checked for alignment and grade at the time of joining the sections.

All pipes shall be laid true to the designated line—_and grade, and-camber—and-upgrade;
unless otherwise permitted by the Engineer.

The bottom of the trench shall be graded and prepared to provide a firm and uniform
bearing throughout the entire length of the pipe. Blocking shall not be used to bring the
pipe to grade.
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E.

Pipe laying shall begin at the downstream end of the pipeline except for extensions of
existing pipes.

1.
2.

Place the bottom of the pipe in contact with the bedding throughout its full length.

Place the spigot or outside circumferential laps of pipes facing upstream such that a
shingling effect is obtained.

Place pipe with longitudinal laps or seams with the laps or seams at the sides.

Maintain the manufacturer's recommended minimum and maximum cover at all
times unless otherwise shown in the contract.

Pipe willshall be inspected before anyplacing backfill-is-placed.

1.

Ensure that no rocks or other rigid or jagged material is present in the bedding
material where pipe may be laid directly on the material.

Ensure that no “floating” occurs during installation of plastic pipe culverts.

Fake-upRemove and relay or replace pipe that is out of alignment, unduly settled, or
damaged.

605.03.04 RUBBER GASKETED JOINTS

Rubber gaskets shall not be exposed to the direct rays of the sun for more than seventy-
two-{72) hours.
Rubber gaskets of the type requiring lubrication shall be lubricated with the lubricant

supplied by the manufacturer of the pipe. Manufactured self--lubricating gaskets are also
acceptable.

A.

The eContractor shall make every effort to provide a tight connection and pull the pipe
completely home.

1.

Should gapping occur due to changes or corrections in horizontal or vertical
alignment or radius turns, the gaps shall not exceed the gap tolerance indicated in
Table 1.

If pipes are laid that exceed the maximum, the pipe will need to be removed and re-
laid.

Table 1 - Maximum Joint Gap*

Inner Diameter of Pipe Maximum Joint Gap Tolerance
10-inch to 12"-inch 3/4* inch
15%-inch to 30%-inch®-inch 1-1/4% inch
36-inch to 54*-inch 1-1/2* inch
60--inch 1-3/4* inch

605.03.05 SIPHONS AND PRESSURE PIPE

A.

Pipe used for siphons or pressure pipe shall be laid in accordance with the above
provisions, be connected by flexible, watertight rubber gasketed joint; and, prior to
backfilling, be subject to the following hydrostatic test:

! lin no case shall maximum joint gap tolerance exceed ene-half-{14}-0f1/2 the length where the gasket

seats within the pipe
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The pipeline shall be filled with water at athe hydrostatic head ef-that-required to
maintain the designed pressure.

The pressure head shall be maintained for a period of not less than twenty-four
£24) hours and any visible leaks or other defects; whichthat develop under test; shall
be corrected by the Contractor at his-expenseno additional cost to the Contracting

Agency.
Sweating that does not develop into a flow or drip will not be considered as leakage.

The test shall be repeated until all leaks or other defects are eliminated.

605.03.06 JUNCTIONS

A.

All junctions of laterals with a main line or junctions of tae-2 or more main lines, whichthat
are not made in a manhole or concrete junction structure, shall be in a manufactured wye
or tee.

The wye or tee shall be of the same material as the conduits to which they are joined, and

shall have the same or greater stiffness as the pipe.

605.03.07 INSPECTION AND DEFLECTION TESTING
All pipe joints and lengths shall be ene-hunrdred{100} percent inspected.

A.

1.

Installation, placement, and compaction of bedding and backfill materials;as-wel-as

theirplacement-and-compaction; shall adhere-conform to the-requirements—of-this

specification.

During the initial phases of the installation process, inspection shall concentrate on
detecting improper practice and poor workmanship.

Errors in line and grade, as-well-as-ary-improper assembly, erand improper backfill
techniques; shall be corrected prior to placing significant backfill or trench fill.

Joints shall be properly assembled to prevent the infiltration of soil fines.

Gaskets shall be properly seated to prevent groundwater infiltration and sheuldshall
appear uniformly oriented around the pipe.

Shallow cover installations shall be checked to ensure the minimum cover level is
provided.

After the pipe has been bedded and backfilled to subgrade level, internal quality
inspection shall be paid for and performed by the Contractor a minimum of thirt/{30} days
after final backfill has been placed.

1.

The line shall be cleaned and inspected for damage, joint gaps, and deflection using
visual physical measurement or other devices, including but not limited to calibrated
television or video cameras, subject to approval by the Engineer.

Damaged pipe shall be repaired or replaced.

The replacement pipe shall also be subject to the same testing.

Joints that do not meet the specification shall be repaired or pipe replaced at no

addltlonal cost_to the Contractlnq Aqencvdewees—memdmg—but—net—hw{ed—te
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5. All inspection results shall be submitted and approved by the Engineer before final
payment.

C. The video camera shall physically verify quality of the pipe installation and isshall not be
limited by poor lighting, water_flow, pipe length, or other limiting conditions of the installed
environment.

D. For pipe greater than thirty—six—36)-inch {900—mm)—inside diameter, deflection
determination by physical measurement may be performed using feurd— cross section

measurements taken beginning at the vertical_and for each 90-degree® interval with a
longitudinal frequency of once every ten{10)} feet of the pipe.

E. The minimum diameter at any point shall be five{5) percent less than the nominal
diameter (minus fabrication tolerance perin__accordance with AASHTO M294,
Section 7.2.3) of the pipe being tested.

F. If a mandrel is used, it must be approved before use.

1. Mandrelit shall be a-rigid, nonadjustable, odd-numbered legged (minimum 9 legs)
mandrel-having a length not less than its nominal diameter.

2. Mandrel shalll+must be_fitted with pulling rings at each end, stamped or engraved
on some segment other than a runner with the nominal pipe size and mandrel
outside diameter, and furnished in a suitable carrying case.

3. Use of an unapproved mandrel or a mandrel altered or modified after approval will
invalidate the test.

If the mandrel fails to pass, the pipe is over-deflected.

A properly sized proving ring shall be used to check or test the mandrel for
accuracy.

6. The mandrel shall be pulled through the pipe with a force not greater than ene-theusand
£1,000) pounds.

G. For locations where pipe deflection exceeds five{5} percent of the inside diameter and/or
fails other quality pipe criteria, an evaluation shall be conducted by the Contractor and a
recommendation by their_ Contractor's Nevada regqistered Pprofessional Eengineer
submitted to the Ageney-Engineer for review and approval eonsidering—addressing the
severity of the deflection, structural integrity, environmental conditions, and the design
service life of the pipe. For locations where pipe deflection exceeds seven-and-one-half
£7.5) percent of the inside diameter, remediation or replacement of the pipe is required.

H.  Unless otherwise permitted, pipe that does not meet the specification shall be uncovered
and, if not damaged, corrected as—perin accordance with the AgeneyEngineer Aapproved
recommendation from the Contractor at the-contracter's-expenseno additional cost to the
Contracting Agency.

1. Do not reinstall damaged pipe, but remove and replace with new pipe.
2. The replacement pipe shall also be subject to the same testing.

l. The Ageney—Engineer shall be allowed access to randomly inspect at least ten
{10} percent of the total number of pipe runs.
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613.03.14 GUTTER

A.  Atfter the concrete has been thoroughly tamped in such manner as to force the larger
aggregate into the concrete and bring to the top sufficient free mortar for finishing, the
surface shall be worked to a true and even grade by means of a float, trowelled with a
long-handled trowel (or "Fresno") and wood float finished.

1. The flow line of the gutter shall be trowelled smooth for a width of approximately feur

{4 }-inches {10-centimeters)-for integral curb and gutter and feur—(4 }-inches {10
centimeters)-on either side of the flow line on cross and longitudinal gutters.

2. The outer edges of the gutter shall be rounded to a radius of ere-half{1/2 }inch-{13
eoptciore,
B. Side forms shall remain in place for at least twenty-feur{24 }-hours after completion of the
gutter, but mustshall be removed before the work will be accepted.

C. Median island paving shall be as shown on the Standard Drawings.

613.03.15 CURING

A. Immediately after finishing operations are completed, the exposed surfaces shall be cured
in accordance with Section 502, "Concrete Structures."

613.03.16 REPAIRS AND REPLACEMENTS

A.  Any new work found to be defective or damaged prior to its acceptance shall be repaired
or replaced by the Contractor at no expense-additional cost to the Contracting Agency and
in accordance with Subsection 105.12, "Removal of Unacceptable and Unauthorized
Work."

613.03.17 BACKFILLING AND CLEANUP

A. Backfilling to the finished surface of the newly constructed improvement mustshall be
complete before acceptance of the work.

B.  Upon completion of the work, the surface of the concrete shall be thoroughly cleaned and
the site left in a neat and orderly condition.
613.03.18 DETECTABLE WARNINGS

A. In accordance with the Americans with Disabilities Act (ADA), detectable warnings shall
be constructed on all sidewalk ramps.

B. Detectable warnings shall provide a tactile surface which visually contrasts with ramp and
street surfaces to assist visually impaired persons in the identification of street and
driveway crossings.

C. Detectable warnings shall be constructed at the bottom of sidewalk ramps to a minimum
depth of 24 inches {610-—millimeters)}—and extending the full width of the ramp in
accordance with Unifermthe Standard Drawings.

D. The materials and method of constructing the warning strips shall be as directed by the
Engineer of the entity having jurisdiction over the ramp.

E. Additional information on detectable warning materials and applications is available from
the U.S. Access Board.
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MEASUREMENT

613.04.01 METHOD OF MEASUREMENT

A.

The quantity of curb, gutter, and combination curb and gutter measured for payment will
be the number of linear feet {meters}-along the base of the curb face or along the flow line
of the gutter.

The quantity of sidewalk, driveway, and alley intersections shall be measured for payment

by area in square feet{sgquare-meters).

In the case of integral curb and walk, the width of the walk shall extend to the back face of
the curb.

All quantities measured for payment herein will be complete and in place.
All measurements will be made in accordance with Subsection 109.01, "Measurement of
Quantities."

BASIS OF PAYMENT

613.05.01 PAYMENT

A.

The accepted quantities of concrete measured as provided in Subsection 613.04.01,
"Measurement,” will be paid for at the contract unit price bid per linear feet {meter-for
curb, gutter, curb and gutter and per square foot {sguare-meter)-for sidewalks, driveways,

valley gutters, erand alley intersections-as-the-case-may-be.

All excavation and base course work required for and performed during construction of the
items of this section will be paid for as provided in the respective sections of the
specifications; however, when the contract does not provide bid items for excavation or
base course, such work required and performed will be considered subsidiary to the pay
item contained herein and no further payment will be made therefor.

Any excavation or backfill required other than roadway quantities will be considered
subsidiary to the major items of work and no further payment will be made therefor.

Reinforcing steel placed in curbs and gutters as shown on the plans or ordered by the
Engineer will not be paid for directly but the cost thereof shall be considered as included in
the contract bid prices for other items of work.

All payments shall be made in accordance with Subsection 109.02, "Scope of Payment.”

Payment will be made under:

PAY ITEM PAY UNIT
TYPE A CUID ettt s e e e e Linear Foot-{(Meter}
Type L Island Curb @and GULLET ........cooiiiiiiiiiieeeee et Linear Foot-{(Meter)
Type L CUrb @nd GUIET ...t e e Linear Foot-(Meter)
CoNCrete SIAEWAIK........uuuuuiiiiiiii e Square Foot{Square-Meter)
CONCIELE DIIVEWAY ...eevieeiiiiiiiiiieiee e e s e sttt e e e e e e e st e e e e e e e s s srrarereaeeeeeaans Square Foot{Square-Meter)
Concrete Sidewalk and DIiVEWAY ............eeeeieeeiiiiiiiiiiieeee e scirireee e e e Square Foot{Sgquare-Meter)
Concrete Alley INtErSECHION.......uviveei e Square Foot{Square-Meter)
Concrete Valley GULET ........uvveiiieee i e e srree e e e e s Square Foot{Square-Meter)
Concrete Commercial DIVEWAY ...........uevvveeeiiiiiiiiiiiriee e cssieree e e e e e e Square Foot{Square-Meter)
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SECTION 614

PAINTING

DESCRIPTION

614.01.01 GENERAL

A.

This work shall consist of the preparation of surfaces to be painted and the application,
protection, and drying of the required number of coats of paint of the kinds and at the
points specified or ordered by the Engineer.

MATERIALS

614.02.01 GENERAL

A.
B.

Materials shall meet or exceed the minimum standards hereinafter set forth.:

{&—Materials:-

1.

The raw materials for use in the various paint formulas shall conform to the
specifications designated by Federal or Military serial number or paint material code
number under the various paint classifications hereinafter specified.

Subsequent amendments to the specifications quoted shall apply to all raw
materials and finished products.

No "or equal" substitutions for any specified material shall be made without written
consent of the Engineer.

{by—Manufacturing and Packaging:-

All manufactured paint shall be prepared at the factory ready for application.

The addition of thinner or other material to the paint after the paint has been shipped
will not be permitted, unless so specified.

The finished paint shall be furnished in new, round steel containers of not more than
6--gallon capacity and of metal not thinner than 0.024--inch nominal thickness.

a. The containers shall have lug type crimp lids with ring seals and be equipped
with ears and bails.

b. The containers shall meet U.S. Department of Transportation Hazardous
Material Shipping Regulations.

C. The containers shall be lined if necessary to prevent attack by the paint.
d.  The lining shall not come off the can as skins.

No finished paint shall be used until at least 7 days have elapsed from the date of its
manufacture.

All containers of paint shall be labeled showing the exact title of the paint
specification, California State specifications number, manufacturer's name, date of
manufacture, and manufacturer's batch number.

Precautions concerning the handling and the application of paint shall be shown on
the label of paint and solvent containers.
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614.02.02 NUMBER OF COATS

A.

Unless otherwise required in the contract documents, the number and kinds of coats of
paint shall be as set forth in Section 714, "Paint_and Pavement Markings."

CONSTRUCTION

614.03.01 WEATHER CONDITIONS

A.

Paint shall be applied only on thoroughly dry surfaces and during periods of favorable
weather.

1. Except as provided below, painting will not be permitted when weather conditions
during applications are such that the atmospheric temperature is at or below forty
{40} degrees Fahrenheit{(4-degrees-Celsius) or when freshly painted surfaces may
become damaged by rain, wind, dust, or condensation, or when it can be anticipated
that the atmospheric temperature will drop below ferty{40} degrees Fahrenheit{(4

degrees-Celsius); during the drying period.

2. If fresh paint is damaged by the elements, ithe paint shall be replaced by the
Contractor at his-expenseno additional cost to the Contracting Agency.

Subject to the approval of the Engineer in writing, the Contractor may provide suitable
enclosures to permit painting during inclement weather.

1. Provisions mustshall be made to control atmospheric conditions artificially inside the
enclosures within the limits suitable for painting throughout the painting operation.

2. The cost of providing and maintaining such enclosures shall be considered as
included in the prices paid for the various contract items of work and no additional
payment will be made therefore.

614.03.02 APPLICATION -— GENERAL

A.
B.

Painting shall be done in a neat and workmanlike manner.

Unless otherwise specified, paint shall be applied either—by brush, roller, or spray
methods.

1. bBrushes are-usedthey shall have sufficient body and length of bristle to spread
the paint in a uniform coat.

2. In general, the primary movement of the brush shall be such as to fill thoroughly all
irregularities in the surface, after which the coating shall be smoothed by a series of
parallel strokes.

Paint shall be evenly spread and thoroughly brushed out.

If a considerable amount of brush marks appeatr, it will be considered that the paint
has been improperly applied.

5.  H+rRollers are-used-they-shall be of a type that do not leave a stippled texture in the
paint film.

Work whichthat is defective shall be refinished or repainted as directed withoutat no
additional cost to the Contracting Agency.

On surfaces whichthat are inaccessible for brushing, the paint shall be applied by
sheepskin daubers or by other means approved by the Engineer.
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E.

If spray methods are used, the operator shall be experienced. Runs, sags, thin areas in the
paint coat, or skips and holidays shall be considered as evidence that the work is
unsatisfactory and the Contractor may be required to apply the remainder of the paint by brush.

Mechanical mixers shall be used to mix the paint.
1. The paint shall be mixed to thoroughly blend the pigment and vehicle together.
2. Paint shall be kept mixed while being applied.

Paint specified or formulated shall be ready for application and thinning will be allowed
only on direction of the Engineer.

The Contractor shall protect all parts of the structure being painted against disfigurement
by spots of paint or paint materials.

1.  When paint is being applied on structures carrying public traffic, the Contractor shall
be responsible for damage caused by hisContractor's operations to passing the
vehicles or persons.-and

2. The Contractor shall use shields or other protective means to guard against such
damage.

Paint stains whiehthat result in unsightly appearance shall immediately be removed by the
Contractor at his-expenseno additional cost to the Contracting Agency.

614.03.03 SURFACE PREPARATION OF STEEL

A.

The following methods of surface preparation apply to steel surfaces. Unless otherwise
specified, the sand blasting method shall be used.

{&—Sand Blasting:-

1. Dirt, mill scale, rust, stain, old paint, and other foreign material shall be removed
from steel surfaces by an approved blast cleaning apparatus.

2. Blast cleaning shall be sufficient to give the surface the appearance of unpolished
cast aluminum.

3. Abrasives used for sdeh-blast cleaning shall be eitherclean dry sand, mineral grit,
steel shot, or steel grit, at the option of the Contractor, and shall be of a grading
suitable to produce satisfactory results.

4, The use of abrasives other than those specified herein will not be permitted unless
approved in writing by the Engineer.

5. When sand blasting is being performed on structures open to traffic, the Contractor
shall provide suitable protective devices to prevent damage to traffic.

6. When sand blasting is being performed near machinery, all journals, bearings,
motors, and moving parts shall be sealed against entry of sand dust before sand
blasting begings.

7. Unless otherwise authorized by the Engineer, sand blasted surfaces shall be primed
or treated the same day sand blasting is done.

8. If cleaned surfaces rust before painting is accomplished, they_surfaces shall be
recleaned by the Contractor.
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b}—Washes:-

1.

Rust-inhibitor chemical washes shall be applied to freshly sand blasted steel
surfaces prior to the application of the first undercoat of paint, except when the first
undercoat of paint is applied to the cleaned surfaces within a feur{4-}-hour period
after cleaning, washes will not be required.

Washes shall be applied in not more than feur<{4-}-hour intervals.

If, in the opinion of the Engineer, atmospheric conditions are such that corrosion
produects—forms on freshly sand blasted surfaces in less than four—{4} hours,
treatment may be required at more frequent intervals.

Rust-inhibitor chemical washes may be applied by brush or spray, and they washes
shall be applied in a careful manner to iensure that all surfaces are covered.

During the application of the rust-inhibitor chemical wash, no sand blasting will be
permitted in the areas being treated.

No paint shall be applied until the treated surfaces have dried.

The first undercoat of paint shall be applied to the treated surfaces the same day
that cleaning and washing have been done.

{e}—Steam Cleaning:-

1.

Dirt, grease, loose chalky paint, erand other foreign material whichthat has
accumulated on the previously painted surfaces shall be removed with an approved
steam cleaning apparatus which shall precede all other phases of cleaning.

It is not intended that sound paint be removed by this process.

Subsequent painting shall not be performed until the cleaned surfaces are
thoroughly dry and in no case in less than twenty-four{24} hours after cleaning.

A detergent soap consisting of forty-five-45 percent sodium metasilicate, ferty-three
{43} percent sodium sesquisilicate, ter{10} percent sodium tetraphosphate, and twe
{2} percent Naccanol shall be added to the feed water of the steam generator at the
approximate rate of ene—{1) pound {0-45-kiloegrams)-of detergent per two-hundred

{200} pounds (90-kilegrams)-of water.
Any residue whichthat may accumulate on cleaned surfaces shall be removed by

flushing with fresh water, but washing down the cleaned surfaces will not otherwise
be required.

{&h—Hand Cleaning:-

1.

Dirt, loose rusts, and-mill scale, dead paint, or paint whiehthat is not firmly bonded to
the metal surfaces shall be removed by wire-brushes.—either-hand or powered_wire
brushes, hand scraping tools, or sandpaper.

Pneumatic chipping hammers will not be allowed unless authorized in writing by the
Engineer.

Hand cleaning shall be sufficient to remove all loose material whichthat would
prevent the bond of succeeding coats of paint.

If the amount of steel to be painted exceeds 100 tons, {£00-metric-tons)-the surface shall
be prepared by method B{a}, "Sand Blasting"; however, if the amount to be painted is
100 tons (100-metric-tons)-or less, the surface may be prepared by method E{d}, "Hand
Cleaning."
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614.03.04 PAINTING STRUCTURAL STEEL-
a—Paint;-

A.

1.

Unless otherwise required in the contract documents, the paints to be applied to
steel surfaces shall conform to the—reguirements—of—Section 714, "Paint_and
Pavement Markings."

The undercoats shall consist of a minimum dry film thickness of ere—{1) mil

025-millimeters)-per coat.

The finish coat shall consist of a minimum dry film thickness of ene—{1} mil
The total thickness of all coats shall be not less than three(3) mils-076-millimeters).
Excessively thick coats of paint will not be permitted.

The thickness of each coat shall be limited to that which will result in uniform drying
throughout the paint film.

{b)—Field Cleaning:-

1. Unless otherwise specified in the contract documents, after erection and riveting or
welding, all surfaces of unpainted structural steel; whiehthat will be exposed to air;
shall be sand blasted in accordance with the-reguirements-ef-Subsection 614.03.03,
"Surface Preparation of Steel."

2. Any damage to sound paint, on areas not designated for treatment, resulting from
the Contractor's operations; shall be repaired to the satisfaction of the Engineer.

{e}—Painting:-

1. Painting of structural steel prior to erection will be limited to surface preparation and
one undercoat of paint.

2. Any deficiencies in the first coat of paint shall be corrected to the satisfaction of the
Engineer, prior to the application of succeeding coats of paint.

3. Surfaces exposed to the atmosphere whichthat would be inaccessible for painting
after erection shall be painted the full number of coats prior to erection.

4, The surface of the paint coat being covered shall be free from moisture, dust,
grease, or any other deleterious material whichthat would prevent the bond of the
succeeding paint coats.

5. In spot painting, any old paint whiehthat lifts after application of the first spot coat;
shall be removed by scraping and the area repainted before application of the next
coat.

6. The application of the finish coat will be permitted until the required total film
thickness of the undercoats of paint, as described in A{a}, above, is obtained.

7. Open seams at contact surfaces of built-up members whichthat would retain
moisture shall be caulked with red lead paste before applying the second undercoat
of paint.

8. Metal surfaces embedded in concrete need not be painted.
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D. {d)—Machine Finished Surfaces:-

1. With the exception of abutting chord and column splices and column and truss shoe
bases, machine finished surfaces shall be coated with a rust inhibitor whichthat can
be easily removed.

2. Surfaces of iron and steel castings whichthat have been machine finished shall be
painted with a coat of shop paint.

E. {(e}—Frames and Grates:-

1. Prior to installation, all surfaces of frames and grates exposed to the atmosphere
shall be painted with twe-2 coats of paint.

2. Unless otherwise specified in the contract documents, the exposed surfaces shall
be painted after installation with ene-1 finish coat as specified for structural steel.

614.03.05 PAINTING TIMBER:
A.  {@&—Paint::
1. New timber requiring painting shall be painted with three-3 coats of paint.

2. The paint used for various coats will be as specified in these specifications or in the
contract documents.

B. {(b)}—Preparation of Surfaces:-

1. Cracked or peeled paint, loose chalky paint, dirt, and other foreign matter shall be
removed by wire brushing, scraping, or other approved means immediately prior to
painting.

2. Unpainted timber shall be thoroughly dry before paint is applied.
C. {e)—Painting:-

1. When permitted in writing by the Engineer, the first coat of paint may be applied
prior to erection.

2. After the first coat has dried and the timber is in place, cracks, checks, nail holes,
ete-and so forth; shall be puttied flush with the surface and allowed to dry before the
second coat is applied.

3. Skips, holidays, thin areas, or other deficiencies in any coat of paint shall be
corrected to the satisfaction of the Engineer before the succeeding coat is applied.

4, The surface of the paint coat being covered shall be free of any deleterious material
before any additional paint is applied.

METHOD OF MEASUREMENT

614.04.01 MEASUREMENT

A. BLANK:The quantities of painting, cleaning structural steel, and preparing surfaces for
painting will not be measured for payment as such.
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BASIS OF PAYMENT

614.05.01 PAYMENT

A. No direct payment will be made for painting, cleaning structural steel, erand preparing
surfaces for painting.

B.  Compensation for this work shall be considered as included in the contract unit prices bid
for the particular item requiring painting.
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SECTION 615
PRESERVATIVE TREATMENTS FOR TIMBER

DESCRIPTION

615.01.01 GENERAL

A.

This work shall consist of preservative treatment for lumber, timber, and piles as herein
specified.

MATERIALS

615.02.01 GENERAL

A.

The materials used shall be those prescribed for the several items whichthat constitute the
finished work and shall comply with all the requirements for such materials as set forth in
these specifications.

Attentionis-directed-toComply with Section 719, "Timber Preservatives."

CONSTRUCTION

615.03.01 TREATMENT

A.

All structural timber, piling, and other lumber shall be thoroughly seasoned or conditioned
before treatment.

The method of seasoning, conditioning, and treating used shall conform to the Federal
Specification TT-W-571.

615.03.02 AMOUNT OF PRESERVATIVE

A.

The minimum amount of preservative retained per cubic foot of timber, lumber, or piling
shall conform to the minimum speeification—requirements of the—Federal Specification
TT-W-571.

Unless otherwise specified, material treated with pentachlorophenol shall have a minimum

retention of eight{8) pounds {3-6-kilegrams)-unless it is to be painted, then six{6) pounds
212 kilegrams)-will be the minimum retention.

Material to be treated with Aammoniacal Scopper Aarsenite shall have a net retention of
dry salts of not less than 0.3 pounds-{6-14-kilograms).

615.03.03 PRESERVATIVE TREATMENT BY THE HOT-COLD SOAKING METHOD

A.

When called for on the plans, all lumber and timber to be treated by the hot-cold soaking
method shall be well seasoned and free from outer and inner bark, dirt, grease, or other
objectionable matter whichthat will in any way hinder the free penetration of the
preservative.

All lumber and timber of twe—{2} inches {5-centimeters)-dimensional stock or larger shall
be incised.

The preservative used shall be a five{5) percent concentration of pentachlorophenol.
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The tanks used shall be of sufficient size to permit complete submergence of the largest
timber of any operation and to allow free circulation of the liquid around the timber being
treated.

1. Sufficient liquid shall be maintained in the tank to completely submerge the timber to
a minimum depth of six{6} inches-centimeters).

2. When a number of pieces are being treated at ene-1 time, each piece shall be
separated from the others on all sides by spacers not less than ere-feurth(1/4) inch

{0-6-centimeters)in least dimension.

3. Suitable weights or cross bracing shall be provided to keep the material submerged.
The timber or lumber shall be submerged in the cold solution as previously described.

1. The temperature shall be slowly increased for a period of not less than five{5} hours
to a minimum temperature of ene—hundred—eighty{180) degrees Fahrerheit {82
degreesCelsius) and not exceeding two-hundred-ten{210) degrees Fahrenheit (99
degrees-Celsius).

2. After five{5) hours and attaining the minimum specified temperature, the timber or
lumber shall be permitted to cool in the solution until such time as the minimum
specified -quantity of preservative is absorbed by the wood.

Timber for minor irrigation structures, unless otherwise shown on the plans, shall be the
No. 1 Common Grade of the species permitted, and shall be treated in accordance with
the Hot-Cold Soak Process.

The species permitted and the minimum retention in pounds per cubic foot {(kilegrams—per
cubic-meterrequired are as follows:

Minimum Retention
Per Cubic Foot

Species (Pounds) bi
Meter{Kilograms)
Douglas Fir (Rocky Mt., Inland, Coast) 2.032
Pine, Yellow (Pinus Ponderosa) 4.064-1
Pine, Lodge Pole (Pinus Contorta) 4.064-1
Cottonwood, Northern Black (Populus Trichocarpa Hastata) 4.064-1

615.03.04 INSPECTION

A.

All timber and piling, untreated or to be treated, shall be inspected before treatment by an
inspector designated by the Engineer. The inspector shall stamp each piece of timber
accepted with a stamp making a legible mark designating the inspector.

All timber and piling shall be inspected after treatment by an inspector designated by the
Engineer. The inspector shall stamp each piece accepted with a stamp making a legible
mark designating the inspector.

All materials and processes used in the manufacture of material shall be subject to
inspection, acceptance, or rejection at the manufacturer's plant, which shall be equipped
with all the necessary gauges, appliances, and facilities to enable the inspector to satisfy
himselfverify that the requirements of the specifications have been fulfilled.
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D. The treated timber and piling shall be free from heat checks, water bursts, excessive
checking, results of chafing, erfremand other damage orf defects whichthat would impair
its usefulness erand durability.

METHOD OF MEASUREMENT

615.04.01 MEASUREMENT
A. BlankNo measurement will be made for treatment of lumber, timber, and piles as such.

BASIS OF PAYMENT

615.05.01 PAYMENT

A. Full compensation for treatment of lumber, timber, and piles as herein-specified shall be
considered as included in the price paid for particular item of work in which the treated
lumber, timber, or piling is used and no additional allowance will be made therefore.
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SECTION 616

FENCING

DESCRIPTION

616.01.01 GENERAL

A.

This work shall consist of furnishing and erecting new standard fence, chain-link fence,
gates, or reconstructing fences previously removed, in conformity with these specifications
and the plans.

New standard fence shall consist of galvanized barbed wire, galvanized farm fence, or
both, fastened to wood posts or metal posts or to a combination of the two_-kinds of posts
as shown on the standard plans.

Chain-link fence shall consist of galvanized or aluminum-coated chain-link fabric attached
to metal posts and fastened to a top tensioning cable and a bottom tensioning wire. The
height of chain-link fences shall be as designated in the contract documents.

MATERIALS

616.02.01 GENERAL

A.

Materials shall conform to the requirements specified in Section 724, "Fence Materials,"
and Section 501, "Portland Cement Concrete."

CONSTRUCTION

616.03.01 GENERAL

A.

All trees, brush, and other obstructions which interfere with proper construction of fences
shall be removed and disposed of in accordance with the-reguirements—of-Section 201,
"Clearing and Grubbing," of these specifications, except that no payment will be made for
such work.

When constructing chain-link fence, rocks and other surfaces irregularities that require
moving in order to maintain a nearly smooth surface; shall be removed and no direct
payment will be made therefore.

Fence construction operations shall be se—conducted as—to prevent the escape of
livestock.

1. Existing cross fences shall be connected to the new fence.

2. Corner posts, with braces for each direction of strain, shall be placed at the junction
with existing fences and the wire in both fences properly fastened to the posts.

3. At bridges and cattle passes; and at culverts if shown on the plans or ordered by the
Engineer, the new fence shall be connected to the structure in such-a manner as
tethat permits the free passage of livestock through or under the structure.

Barbed wire, farm fence, and chain-link fence fabric shall be fastened on the side of the
posts opposite the highway centerline unless otherwise directed by the Engineer.

Post holes for metal posts that are drilled or dug shall be backfilled with concrete.
Galvanized pipe brace rail shall not be spliced.
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The first line of barbed wire above wire mesh shall be tied to the top wire of the wire
mesh, midway between posts, with 12-gauge galvanized steel wire or 9-gauge aluminum
hog rings.

Intermediate Braced Post Assemblies - Timber:

1. The horizontal brace shall be placed six<(6) inches {15-centimeters)-below the tops
of the brace posts and properly fitted and connected to them _posts by two 3/8-inch*

by 4-inch” (0-:95-x-10-centimeters)-steel dowels.

2. The dowel pins shall extend twe—2} inches {(5—centimeters)-into each brace and
brace post.

3. Two strands of 8-gauge galvanized wire shall be run as a brace diagonally from four

{4) inches {10-centimeters)y-above ground line on each brace post to feur{4) inches
{L0-centimeters)-below the top of the other brace post.

4.  An extra loop shall be made around each post at the point of attachment and the
wire firmly stapled to the post.

5.  These brace wires shall then be twisted until the assembly is rigid.

Corner post assemblies shall be constructed as indicated on the standard fence details
and the end post assemblies shall be composed of end posts and brace posts installed
and braced as indicated for timber corner braces.

At the option of the Contractor, timber line posts may be installed by tamping firmly in
place in drilled or dug holes or by driving, provided the method of driving does not damage
the posts or cause the posts to be deflected from line and plumb.

1.  All other timber posts shall be installed in drilled or dug holes and tamped firmly in
place.

2. Round timber posts installed in drilled or dug holes shall have the butt end placed
downward.

3. Timber line posts whichthat are to be driven; shall be machine pointed at the plant
before being treated.

4. The small end of driven round timber posts shall be pointed.

Each strand of barbed wire shall be securely fastened to a corner post, end post, or
intermediate braced post assembly by wrapping twice around the post and securing to
that part of the same wire stretched between the posts. The remaining wire shall be cut
off and the tie shall present a neat and workmanlike appearance.

Staples shall be set se-as-to hold the wire securely, but sheuldshall not be buried in the
post in sueh-a manner as-toethat severely nicks or bends the wire.

616.03.02 STANDARD FENCE

A.

Standard fencing shall be designated by types as follows:
1. Metal posts - Type A;

2. Wood posts - Type B.;

3. Combination metal and wood posts - Type C.

The type of fence construction shall be as shown on the plans and indicated in the
proposal.
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1. Posts shall be firmly set or driven into the ground and spaced as indicated on the
plans.

2. Each end, corner, and gate post shall be firmly braced and shall be set in concrete
when required.

3. Posts shall be braced as indicated in the plans.

Standard fencing will be designated not only by type, but also by a symbol indicating the
fencing required.

1. Fhus{Type A-832-3B} will be-used-te-designate a fence composed of metal posts,
thirby-two—{32-}-inch {81-centimeters)-woven wire (farm fencing), and three-3 barbed

wires.:

2.  {Type C-726-4B} will to-designate a fence composed of a combination of metal and

wood posts, twenty-six+{26-}-inch {66-centimeters)-woven wire, and four4 barbed

wires, eteand so forth.

3. The figures 832—ete._and others, when they appear in the symbol, correspond to
design numbers set forth in the sStandard planDrawings.

In general, in determining the post spacing, measurements wilshall be made parallel to
the slope of the natural ground..—and

1.  aAll posts shall be placed in vertical position except in unusual locations where, in
the opinion of the Engineer, it would be more satisfactory to place the posts
perpendicular to the slope of the ground.

2. Allintervals shall be measured center to center of adjacent posts.

Changes in line where the angle of deflection is thirty {30} degrees or more shall be
considered as corners and corner posts shall be installed. Changes in line where the
angle deflection is more than fifteen{15) degrees and less than thirty {30} degrees shall
be considered as alignment angles, and adjacent posts shall be made fast to the angle
posts by—means—ofwith wire; or, if such method is impracticable in the opinion of the
Engineer, such posts shall be braced as abeve-specified above for bracing gate, end, and
corner posts.

At all grade deflections and alignment angles where stresses tend to pull the posts from the
ground, the fencing shall be snubbed or guyed at the critical point by-means-ofwith a double
strand of nine{9) gauge galvanized wire connected to each horizontal line of barbed wire or
to the top and bottom of wire mesh fabric, and to a deadman weighing approximately ene
hundred(100) pounds, buried in the ground not less than (2} feet-(6-6-meters). The fencing
shall be pulled shug close to the ground before being snubbed or guyed.

Barbed wire and farm fence fabric (woven wire) shall be stretched taut and securely
fastened to each post by means of suitable devices approved by the Engineer.

616.03.03 CHAIN-LINK FENCE

A.

All posts shall be of a total length of not less than the depth of the concrete footing as
shown on the plans, plus the length required above ground.

Changes in line where the angle of deflection is thirtyy{30} degrees or more shall be
considered as corners and corner posts shall be installed.

Between posts, chain-link fences shall be fastened to a bottom tension wire and a top
tension cable.
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1. The bottom tension wire shall be at least seven—{7}--gauge galvanized coil spring
wire of good commercial wire.

2. The top tension cable shall be at least three-eighths{3/8-)}-inch {0-95-centimeters)

diameter galvanized seven-7-strand cable conforming to the—regquirements—of-the
eurrent-ASTM -Designation-A-475 common grade.

D. Line posts shall be spaced at not more than ten{10-}-foot {3-+meters)-intervals, measured
from center to center of posts.

1. In general, in determining the post spacing, measurements will be made parallel to
the slope of the natural ground.-anrd

2. aAll posts shall be placed in a vertical position except in unusual locations where, in
the opinion of the Engineer, it would be more satisfactory to place the posts
perpendicular to the slope of the ground.

E. All metal posts shall be set in a Portland cement concrete footing crowned at the top to
shed water. Depths of footings shall be as shown on the plans.

F.  End, corner, and gate posts shall be braced with galvanized braces used as compression
members and galvanized steel truss rods with truss tighteners used as tension members.

Line posts, at intervals of five—hundred(500) feet—{(152-meters), shall be braced and

trussed in both directions as shown on the plans.

G. The fabric shall be stretched taut and securely fastened to the posts. —and-bBetween
posts, the top edge of the fabric shall be fastened to the top tension cable and the lower
edge fastened to the bottom tension wire.

1. Tension cable and wire shall be stretched tight with truss tightener as shown on the
plans.

2. The bottom tension wire shall be installed on a straight grade between posts by
excavating the high points of the ground and in no case will filling of depressions be
permitted.

H.  The fabric shall be fastened to the end, corner, and gate posts with ene-fourth-by-three-
fourths-neh—{1/4-inch by “x-3/4-inch”(0-64-x-1.91 centimeters) steel stretcher bars and
not less than ene-eighth—bythree-fourths—ineh—{1/8-inch by “x-3/4-inch*}{6-32x%1.91
centimeters) steel stretcher bar bands placed at ene{1-)}-foot {30-centimeters)-intervals,

and to line posts, tension cable, and tension wires with tie wires or metal bands. Tie wires
or metal bands shall be spaced on line posts at intervals of approximately fourteen
{14} inches {36—centimeters}—and on tension cable and tension wires approximately

elghteen{18} inches-{46-centimeters).
l. All posts shall be fitted with tops designed to fit securely over the posts; and carry the top

tension cable, except that the top of the C-Ssection posts may be open-slotted to securely
hold the top tension cable in position without vertical movement.

1.  SuehThe slotting shall allow removal and replacement of a post without disturbing
the top tension cable.

2. Tubular posts shall be fitted with watertight tops.

616.03.04 RECONSTRUCT FENCE

A. Reconstructed fences shall be carefully erected; using salvaged materials and shall be
similar in type to the original construction.
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B.

Any-rNew materials necessary to rebuild the fence shall be furnished by the Contractor;
and shall be of the same kind as those in the original fence. —anrd-tThe cost thereof such
new materials shall be included in the contract price for the work.

The resulting reconstructed fence shall be equal to or better than before removed.

In reconstructed fences, the Contracting Agency reserves the right to furnish the
Contractor with such new materials as ithe Contracting Agency deems advisable, and
these materials shall be used in the reconstruction of the fence in lieu of salvaged
materials which they materials replaced.

616.03.05 GATES

A.

The width of drive gates shall be as shown on the plans and as indicated in the proposal
and the height shall be suited to the fencing but shall not be more than seventy-tweo

{72} inches (-83-meters)-nor less than forty-eight{48} inches-{1-22-meters).

The wire mesh filler shall be rectangular or twe-{2-}-inch {5-centimeters)-diamond mesh for
standard fencing and chain-link fence fabric for chain-link fencing.

Walk gates shall be of the width shown on the plans or in the sSpecial pProvisions and of
a height corresponding to the adjacent fence height.

The gates shall be hung by steel or malleable iron hinges so-designed as-to securely
fasten to the gate posts and permit the gate to swing back against the fence.

Gates shall be provided with a combination steel or malleable iron catch and locking-in
attachment of approved design. A center rest with catch shall be provided where
required.

Missouri gates shall be constructed as shown on the standard plans.

METHOD OF MEASUREMENT

616.04.01 MEASUREMENT

A.

The quantity of new fence measured for payment will be the number of linear feet-{(meter),
exclusive of gates and cattle guards, complete and in place.

The quantity of reconstructed fence measured for payment will be the number of linear
feet{meter), including used gates complete and in place.

The quantity of new gates measured for payment will be the number of gates complete
and in place. If more than ene-1 size or type of gate is involved, separate measurement
will be made for each size and type given.

Missouri gates, regardless of width, shall be measured for payment as units.
All measurements will be made in accordance with Subsection 109.01, "Measurement of
Quantities."

BASIS OF PAYMENT

616.05.01 PAYMENT

A.

The accepted quantity of new and reconstructed fence measured as provided in
Subsection 616.04.01, "Measurement,” will be paid for at the contract unit price bid per
linear foot {meter)-for the types and sizes specified.

616-5



EFFECTIVE 07/01/09

616

FENCING

The accepted quantity of new gates measured as provided in Subsection 616.04.01,
"Measurement,” will be paid for at the contract unit price bid per each for types and sizes
specified.

The above prices shall be full compensation for furnishing hardware, cement concrete,
framing, erecting, connecting fence, and all incidentals necessary to complete the work.

All payments will be made in accordance with Subsection 109.02, "Scope of Payment.”
Payment will be made under:

PAY ITEM PAY UNIT
TYPE () FENCE et Linear Foot-(Meter)
(Siz€) ChaiN-LINK FENCE ....veeiiiii e Linear Foot-(Meter)
(VA=) YL e U D )Y ST T (= TSR Each
(VA=) BN L] o L= B Y ST T | (SR Each
(V4= BV =t U AT 1 1= (= SRR Each
(VA=) I 1] o L= B A= 11 T L= SRR Each
RECONSITUCT FENCE......c et e et er e e e e e e e nanneees Linear Foot-(Meter)
LTS 0 T I T L= RSP Each
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SECTION 617

CATTLE GUARDS

DESCRIPTION

617.01.01 GENERAL

A.

This work shall consist of furnishing and constructing standard steel cattle guards and
cattle guard wings of the design and at points shown on the plans ordered by the
Engineer.

MATERIALS

617.02.01 GENERAL

A.

All materials shall conform to the requirements specified in the following sections:

Materials Section
Portland Cement Concrete 501
Reinforcing Steel 505
Steel Structures 506
Hardware 723
Painting 614
Paint and Pavement Markings 714
Timber 718

All hardware shall be galvanized steel.

All lumber and timber shall be Douglas Fir, No. 2 joist and plank or No. 1 structural posts
and timber. Any commercial grading rules that will provide material of an equal or greater
stress value may be used.

CONSTRUCTION

617.03.01 EARTHWORK

A.

Structure excavation and backfill shall conform to the—applicable—requirements—of

Section 206, "Structure Excavation," and Section 207, "Structure Backfill."

617.03.02 GENERAL

A.

Cattle guards shall be constructed in accordance with the details and dimensions shown
on the plans.

Concrete and metal reinforcement construction shall conform to the—applicable
reguirements—of—Sections 502, "Concrete Structures,” and Section 505, "Reinforcing
Steel," respectively.

Steel members connections shall be welded and the—constructedion—thereofshall
conforming to Section 506, "Steel Structures."

The wing posts and wheel guards shall be given a preservative treatment conforming to
the—reguirements—of-Section 719, "Timber Preservatives." Treated timber and lumber
isshall not te-be painted.
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Timber and lumber shall be assembled and placed in conformance to-the—applicable
reguirements-ef-with Section 507, "Timber Structures.”

Painting shall be in accordance with recognized high standards of workmanship and in

conformance with the-applicablerequirements-ef- Section 614, "Painting."
METHOD OF MEASUREMENT

617.04.01 MEASUREMENT

A.

The quantity to be measured for payment will be the number of cattle wings; and steel
cattle guards complete and in place. If more than one size of cattle guard is involved,
separate measurement will be made of each size given.

All measurements will be made in accordance with Subsection 109.01, "Measurement of
Quantities."

BASIS OF PAYMENT

617.05.01 PAYMENT

A.

The accepted quantity of cattle guards measured as provided in Subsection 617.04.01,
"Measurement,"” will be paid for at the contract unit price bid per each for the sizes
specified.

1. The cost of cattle guard wings shall be included in the contract unit price for cattle
guards;; however, where wings alone are required, they wings will be paid for at the
contract unit price each for cattle guard wings.

2. The above prices shall be full compensation for furnishing hardware, cement
concrete, steel, timber and lumber, structure excavation and backfill, furnishing and
applying paint, framing, erecting, adjusting fence, and all incidentals necessary to
complete the work.

All payments will be made in accordance with Subsection 109.02, "Scope of Payment."
Payment will be made under:

PAY ITEM PAY UNIT
(V4= B 1] 08 L1 (I U T T (o SRR Each
(O 111 LT U =T o YT To TR Each

617-2



EFFECTIVE 07/01/09

618
SECTION 618
GUARDRAIL

DESCRIPTION

618.01.01 GENERAL

A.

This work shall consist of furnishing and erecting new guardrail, end anchor assemblies,
guardrail expansion joints, breakaway cable terminals, and additional guardrail beam
elements required for constructing double beam rail; or reconstructing guardrail previously
removed, in conformity with these specifications and of the types and at the points shown
on the plans or ordered by the Engineer.

This itemwork shall also consist of furnishing and installing reflector plates as shown on
the plans.

MATERIALS

618.02.01 GENERAL

A.

All material shall conform to the requirements specified in the following sections:

Materials Section
Timber Section-718
Timber Preservatives Section-719
Guardrail Materials Seetion-720
Galvanizing Seetion-715

Guardrail posts and blocks shall be rough construction grade and shall comply with the
grading requirements of Subsection 718.03.02, "Grades."

Cable end anchor assemblies for metal beam guard railing shall be constructed as shown

on the plans and shall conform to the—regquirements—setforth-in-Subsection 720.03.04,

"Cable End Anchor Assemblies.”

Each post shall be given a preservative treatment by pressure processes with ene-1 of
the following in accordance with the-previsiens—ef-Section 615, "Preservative Treatments
for Timber."

The minimum retention of preservative in pounds per cubic foot {(grams—per—cubic
centimeter-of wood shall be as follows:

1. {a)Creosote - 8 pounds {0-128-grams-per-cubic-centimeter)per cubic foot.

2.  {B)Creosote-Petroleum - 8 pounds per cubic foot{0-128 —grams—per—cubic
centimeter).

3. {e)}Pentachlorophenol - 8 pounds per cubic foot{0-128-grams-percubic-centimeter.

Guardrail quantities shown on the plans are approximate.

1.  As construction progresses, the Engineer will review the need for guardrail and will,
at the completion of this review, provide the Contractor with the revised amount of
guardrail required.
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Should the Contractor elect to order guardrail materials prior to receiving this
revised list from the Engineer, the Contractor shall be completely responsible for
furnishing the amount of guardrail and appurtenances required by saidthe list.

Should additional quantities be required to meet the requirements of the list, there
shall be no additional compensation allowed above the unit price and no
compensation shall be allowed for surplus materials in excess of the requirements
of the list.

618.02.02 REFLECTORS

Reflector plates for guardrail shall be fabricated from eleven—(11-}-gauge {030
centimeters)-steel sheet.

A.

1.

Nails for fastening reflector plates to the guardrail post shall be either galvanized
metal or aluminum.

Steel reflector plates shall be galvanized.

Reflectorized material for reflector plates shall conform to the—regquirements—of
Subsection 721.03.03, "Reflectors."

Reflector plates shall be constructed and erected on guardrail in accordance with the
details shown on the plans and inthe-Standard-Sas specifiedeations, and shall be spaced

as follows:

1. &)50 feet (45-meters)-on tangents and curves of 700 feet (213-meters)y-radius or
greater.

2. {B)On curves with less than 700 feet (213-meters)-radius, markers shall be placed
on the post nearest the spacing shown for guide posts ir—Fable-1-as shown in the
plans.

3.  {e}At interchanges, guardrail markers with amber reflectors shall be installed at a

maximum spacing of 50 feet {15-meters)}-along acceleration and deceleration lanes,
and in accordance with above subparagraph 2{s} on turning ramps and roadways.

Reflectors shall be white except as noted in subparagraph 3{c} above.

CONSTRUCTION

618.03.01 GENERAL

A.

Unless otherwise specified, guardrail shall be constructed with either treated Douglas Fir,
West Coast Hemlock, or Western Larch posts, beam-type plates and fittings, as shown on
the plans.

1.

Post spacing shall be as shown and guardrails shall be constructed in accordance
with the design shown on the plans.

The use of more than ene-1 type of guardrail on a single project will not be approved
unless so provided in the sSpecial pProvisions or appearing as a contract item in
the proposal.

Posts shall be set plumb, except on superelevated curves where they posts shall be set
perpendicular to the roadbed.

1.

Front faces of posts shall form a straight line, except on curves where they_posts
shall be a uniform distance from the centerline of the roadway.
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2. Post holes shall be backfilled in layers with approved material thoroughly rammed
with an iron tamping tool in such manner as not to displace the bottom of posts from
correct alignment.

C. Guardrail beam elements may be furnished in 12--foot; 6--inch (3-8-meters)-or 25--foot
{-6—meters)—lengths at the option of the Contractor, and shall conform to the
AASHTO_M180, reguirementsfor-"Corrugated Sheet Steel Beams for Highway Guardrail,"

desighation-M-180-74;requirements for Class A, Type 2 guardrail.

D. Cable end anchor assemblies for metal beam guard railing shall be constructed as shown
on the plans and as specified herein.

Cabile clips and a cable thimble shall be used to attach cable to the anchor rod.

F.  After installation and before backfilling, the portion of the anchor rod to be buried in earth
shall be coated with a minimum 20-mil {0-85-centimeters)-thickness of coal tar enamel
conforming to AWWA Standard-C-203, "Standard for Coal-Tar Protective Coatings and
Linings for Steel Water Pipelines - Enamel and Tape - Hot Applied.”

G. Metal components of the anchor assembly shall be fabricated in conformance with good
shop practices and shall be hot-dip galvanized in accordance with the—provisions—in
Section 715, "Galvanizing."

H.  Anchor blocks shall be constructed of concrete conforming to the provisions in
Sections 501, "Portland Cement Concrete," and Section 502, "Concrete Structures.”

l. Concrete shall be placed against undisturbed material of the excavated holes for anchor
blocks. The top 12 inches {30-centimeters)-of holes shall be formed, if required by the
Engineer.

J. Surplus excavated material remaining after the guard railing has been constructed shall
be disposed of in a manner satisfactory to the Engineer.

K. The overall length of each anchor cable assembly shall be a minimum of 10 feet{3
FRThore,

L. Framing shall be done and fittings attached in-sueh-mannerso that the rail, after erection,
shall be true to line and grade and shall have the proper tension in the rail plates.

1. Care shall be taken to prevent the disturbance of posts during the erection of the
rail.—and;

2. wWhen necessary, temporary braces shall be installed to iensure against post
displacement.

618.03.02 PAINTED GUARDRAIL
A. {A)—Field Painted:

1. After the posts are set, the exposed portions shall be wrapped or otherwise
protected to the satisfaction of the Engineer so that they posts shall remain free
from paint, road oil, and other objectionable material.

a.  After all other work is completed and prior to the semi-final inspection, the
wrapping or protection shall be removed.

b.  All posts that have paint, road oil, or other objectionable materials on the
exposed surface or that do not otherwise meet the required specifications
shall be cleaned or removed as the case may require, at the-Centractor's
expenseno additional cost to the Contracting Agency.
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11.
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All exposed surface of the metal guardrail that has become soiled or marred shall be

cleaned or repainted at—the—expense—of-by the Contractor as required by the
Engineer, at no additional cost to the Contracting Agency.

After the rail has been painted as specified, nuts fastening rail plate to springs shall
be backed off slightly so that the connection is firm, but not tight, and will permit the
slight movement necessary to absorb expansion and contraction of the rail.

New guardrail beam elements shall be galvanized both sides, cleaned, primed, and
painted on the side facing traffic.

After erection, all metals parts and fittings;_shall be free from coatings of any kind,
including dirt, rust, and oil and grease, and shall be given three-3 coats of paint as
specified in Section 714, "Paint_and Pavement Markings."

Parts shop prime coated by the manufacturer shall conform to Subsection 614.03.04,
"Painting Structural Steel," and Section 714, "Paint and Pavement Markings."

Posts shall not be painted.

All beams shall be cleaned prior to priming by wiping down the surface with solvents
such as naphtha, white (lead-free) gasoline, or detergent.

a. Detergents may be of the type commonly used in washing machines.

b.  heweverilf detergent is used, it shall be thoroughly rinsed from the rail with
clear water.

All loose white deposit shall be removed with a stiff brush (not steel), steel wool, or
sandpaper. Care shall be exercised se-as-not to remove zinc coating.

Prlme coat may be applled in the fleld and shall conform to Califormnia—State
.80. “MIL-P-21035.

Intermediate and finish coats shall conform to Califernia—State—Specification
7418010 "Exterior-White-Metal- Enamel“MIL-P-21035.

Surfaces to be painted shall be dry and the temperature during priming, painting,
and for six-{6) hours thereafter shall not be below fifty (50} degrees Fahrenheit {10
degrees-Celsius).

{B)—Prepainted;

1.

Guardrail beam elements may be cleaned, primed, and prepainted on the side
facing public traffic by the manufacturer prior to delivery to the jobsite as hereinafter
specified.

&)Cleaning:

a. All beam elements shall be alkaline cleaned, mechanically brushed, rinsed,
given a zinc phosphate coating with a nominal coating weight of 200 mg- per

square foot(930-square-centimeter}, rinsed, and neutralized.

b. Metal preparation teshall comply with Military Specification MIL-T-12879,
Type |, Class 1.

{b}Priming and Painting:

a. Prime coat shall be vinyl type, containing corrosion inhibiting pigment, applied

at a nominal dry film thickness of 0.50 mil-{6-0013-centimeters).
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b. Finish coat shall be a high gloss white thermosetting acrylic, baked enamel,
applied at 1.0 mil £6025-centimeter-nominal. The white pigment used-teshall
be non-chalking type.

c.  All exposed surface of the metal guardrail that has become soiled or marred
shall be cleaned or repainted;at-the-expense-of by the Contractor; as required
by the Engineer, at no additional cost to the Contracting Agency.

618.03.03 618-03-04-RECONSTRUCTED GUARDRAIL

A.

Reconstructed guardrail shall be carefully erected using salvaged materials and shall be
similar in type to the original construction.

Any new materials necessary to rebuild the guardrail shall be furnished by the Contractor;
and shall be of the same kind as those in the original if available..—and-t_The cost thereof
such new materials shall be included in the contract price for the work.

The Contracting Agency reserves the right to furnish the Contractor with such materials as
itthe Contracting Agency deems advisable, and these materials shall be used in the
reconstruction of the guardrail in lieu of salvage materials which they materials replaced.

Reconstructed guardrail shall be painted with ere-1 coat of paint after first touching up all
spots on which the original paint has been removed or destroyed.

METHOD OF MEASUREMENT

618.04.01 MEASUREMENT

A.

The quantity of new or reconstructed guardrail measured for payment will be the number
of linear feet {meters)}-measured along the front face of the rail between centers of end
posts or between center of end post and bridge connections, as the—case—may
beapplicable, complete and in place. In the case of new guardrail, an allowance of twe
{2) feet (0-6-meters)-at each end post shall be added to the length measured between the
centers of end posts when terminal sections are specified. The length of expansion joints
will be included in the measurement.

The quantity of cable end anchors constructed will be measured for payments as units.

The quantity of guardrail expansion joints constructed will be measured for payment as
units.

The additional guardrail beam elements required to construct the double beam rail at
locations shown on the plans shall be measured for payment by the linear foot {meter)
measured along the face of the additional rail between centers of end posts.

Breakaway cable terminals will be measured for payment as units.

Where breakaway cable terminals are installed, guardrail measurements will not include
the terminal ends.

All measurements will be made in accordance with Subsection 109.01, "Measurement of
Quantities."
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BASIS OF PAYMENT

618.05.01 PAYMENT

A.

The accepted quantity of new and reconstructed guardrail measured as provided in
Subsection 618.04.01, "Measurement,” will be paid for at the contract unit price bid per

linear foot-{meter).

The above prices shall be full compensation for furnishing hardware, reflectors, erecting,
painting, galvanizing, and all incidentals necessary to complete the work.

The accepted quantity of “Cable End Anchors* measured as provided above will be paid
for at the contract unit price bid per each, which price—shall be full compensation for
furnishing all labor, materials, tools, equipment, and incidentals, and for doing all work
involved in constructing cable and anchors, complete in place, including drilling anchor
plate bolt holes in rail elements, excavating anchor block holes, backfilling, and disposing
of surplus material, as shown on the plans, as specified in these specifications, and as
directed by the Engineer.

The accepted quantity of “Guardrail Expansion Joints* measured as provided will be paid
for at the contract unit price bid per each, which price-shall be full compensation for
furnishing all labor, materials, tools, equipment, and incidentals, and for doing all work
involved in constructing the expansion joints complete in place.

The accepted quantity of “(Type) Guard Rail Beam Elements® measured as provided
above will be paid for at the contract unit price bid per linear foot (meter) of double beam
rail, which price—shall be full compensation for furnishing all labor, materials, tools,
equipment, and incidentals, and for doing all work involved in constructing the double
beam rail complete in place.

Breakaway Cable Terminal will be paid for at the contract unit price bid per each, which
payment-shall be considered full compensation for the terminal element and diaphragms,
terminal connector, cable, fittings, straps, anchor plate, bolts, nuts, washers, structure
excavation, concrete, reinforcement, and redwood, and for doing all the work involved to
install the breakaway cable terminal complete in place in the accepted work.

All payments will be made in accordance with Subsection 109.02, "Scope of Payment.”

Payment will be made under:

PAY ITEM PAY UNIT
Painted GUATTIAl...........ooiiiiiiii e Linear Foot-(Meter)
R LYoo g 1S3 (0 (o1 A TN F= T o = V1 PPN Linear Foot-(Meter)
(01 o] [ = o o I 2N o o To] = SO UTTT PR Each
Guardrail EXPanSION JOIMNTS......ccioiiiiiiiiiiieie ettt e e et e e e e e e s aabbba e e e e e e e e e annbeeeeaaaeas Each
(Type) Guard Rail Beam EIeMENES........cccoiuiiiiiiiiiee e siieee e Linear Foot-(Meter)
Breakaway Cable TErmMINAl ..........ccuiiiiiiie e e s e e e e e e e st e raeeee s Each
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619
SECTION 619
OBJECT MARKERS AND GUIDE POSTS
DESCRIPTION

619.01.01 GENERAL
A.  This work shall consist of furnishing and installing object markers and guide posts of the
design and at locations shown on the plans or established by the Engineer.
MATERIALS

619.02.01 GENERAL

A.  Materials shall conform to thereguirements-specified-in-Section 721, "Object Markers and
Guide Posts."

CONSTRUCTION

619.03.01 GENERAL

A.  Target members, object markers, and reflectors appropriate to the color involved shall be
assembled, fastened, set, and aligned in accordance with the details and dimensions
shown on the plans.

B.  All fastenings shall be tight.

619.03.02 RESET

A. Reset object markers and guide posts shall be erected, using salvaged materials, and
shall be similar in type to the original construction.

B.  Any new materials necessary to rebuild the markers shall be furnished by the Contractor,
shall be the same as those in the original, if available, and the cost thereof shall be
included in the contract price for the work.

C. The Contracting Agency reserves the right to furnish the Contractor with such new
materials as ithe Contracting Agency deems advisable, and these materials shall be used
in the resetting of the markers in lieu of salvage materials which they materials replaced.

METHOD OF MEASUREMENT

619.04.01 GENERAL

A.  The guantity of new or reset object markers or guide posts measured for payment will be
the number of markers or guide posts ordered by the Engineer and placed by the
Contractor.

B. All measurements will be made in accordance with Subsection 109.01, "Measurement of
Quantities."
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619

OBJECT MARKERS AND GUIDE POSTS

BASIS OF PAYMENT

619.05.01 PAYMENT

A.

The accepted quantity of new and reset object markers and guide posts measured as
provided in Subsection 619.04.01, "Measurement,” will be paid for at the contract unit
price bid per each, which price—shall be full compensation for furnishing hardware,
erecting, and incidentals to complete the work.

When the Engineer orders guide posts placed for the protection of the public traffic, and
suehthe Engineer's order is prior to the time the Contractor would normally install them
quide posts, and some posts subsequently are damaged by public traffic, the Contractor
shall replace the damaged posts with hew ones and receive compensation at the contract
unit price for both the damaged posts and the eresposts replaced.

All payments will be made in accordance with Subsection 109.02, "Scope of Payment.”

Payment will be made under:

PAY ITEM PAY UNIT
LU To (SN =0 1] £ SRR Each
RESEE GUITE POSES......eeiieiiiiiiie ettt e e s b e e e st e e e st b et e e st b e e e e s asbeeeesnbeeeenns Each
(O] [T A1V = T =T ST Y o L= PP RTTT PR Each
ODJECE MAIKEIS, TYPE 2 ...ttt ettt e e e e e e sttt e e e e e e s e abbbe e e e e e e e e sanbnbeaaaeas Each
(0o [= o Y = 1 T (T Y o L= TR TSRS Each
RESEL ODJECE MAIKEIS ...ttt e st e e e st e e s stb e e e e abbeeeessnbeeeesaneeeenns Each
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620
SECTION 620
RIGHT-OF-WAY MARKERS
DESCRIPTION

620.01.01 GENERAL

A.  This work shall consist of furnishing and erecting metal posts and plates for right-of-way
markers conforming to these specifications and of the design shown on the plans or
ordered by the Engineer.

MATERIALS

620.02.01 GENERAL

A. Al materials shall conform to the requirements specified in the—following
seetions:Section 721, "Object Markers and Guide Posts—Seetion72%."

CONSTRUCTION

620.03.01 GENERAL

A. Right-of-way markers shall be constructed in accordance with the details and dimensions
shown on the plans.

B. The markers shall be set plumb.
C. The exact location of posts will be staked by the Engineer.

METHOD OF MEASUREMENT

620.04.01 MEASUREMENT

A.  The quantity of right-of-way markers measured for payment will be the number of markers
complete and in place.

B. All measurements will be made in accordance with Subsection 109.01, "Measurement of
Quantities."
BASIS OF PAYMENT

620.05.01 PAYMENT

A.  The accepted quantity of right-of-way markers measured as provided in Subsection 620.04.01,
"Measurement," will be paid for at the contract unit price bid per each.

B. All payments will be made in accordance with Subsection 109.02, "Scope of Payment."

C. Payment will be made under:

PAY ITEM PAY UNIT
RIGt-Of-WWWAY MAIKEIS ...t e st e e e saneee s Each
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621
SECTION 621
MONUMENTS
DESCRIPTION

621.01.01 GENERAL

A. This work shall consist of furnishing and installing permanent survey monuments,
constructed in accordance with the design and drawings shown on the plans or ordered
by the Engineer.

B. Bronze discs as specified by the Contracting Agency shall be installed and inscribed in the
monuments under the direct supervision of a Registered Land Surveyor.

C. The Contractor shall coordinate hisContractor's work with the Registered Land Surveyor.
MATERIALS

621.02.01 GENERAL
A.  Monuments shall be constructed of Portland cement concrete, and shall be of Type I,
Type I, Type lll, or Type IV as shown in the Standard Drawings.
CONSTRUCTION

621.03.01 INSTALLATION

A.  The monuments shall be set to assist in reestablishment of the center line for future use
and shall be set at the beginning and end of each project, at the beginning and end of
each curve, at any angle point, at street intersections, and to replace or reference Section
Corners or other Government Land Corners.

B.  The monuments may perpetuate a point or reference a point.

An as--built set of plans for the project, showing the exact location of all monuments set,
shall be prepared by a Registered Land Surveyor and filed with the County Surveyor prior
to acceptance of the project.

METHOD OF MEASUREMENT

621.04.01 MEASUREMENT

A.  The quantity of monuments measured for payment will be the number of units complete
and in place.

BASIS OF PAYMENT

621.05.01 PAYMENT

A.  The accepted quantity of monuments measured as provided in Subsection 621.04.01 will
be paid for at the contract price bid per each.

B. Payments will be made in accordance with Subsection 109.02, "Scope of Payment."
C. Payment will be made under:
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621 MONUMENTS
PAY ITEM PAY UNIT
1Y/ 10T =T 1 £ Each
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